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Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA Smyma GA Greensboro NC  Houston TX
609-8584800 908 981-0550 516 997 7251 212 290-0052 203-233-9007  313-668-6810 415-570-5401 404 3336066 910 297 1487  713-686 3635

Attn  Barbara Storey

Ecology & Environment, Inc Tuesday July 01 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972639

POLARIZED LIGHT MICROSCOPY (PLM)

REC’D JUL 0 8 1997 Performed by EPA 600/R-93/116 Meth?d*

Project WESTBANK ASBESTOS / 020601RAGI

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS233G01 Brown Teased < 1% Chrysotile - o 100% Other
Non Fibrous
Homogeneous
WBS617G01 Brown Teased 5% Chrysotile ) ~ 95%Other
Fibrous < 1% Crocidolite
Homogeneous
WBS321G03 Brown Teased 2% Chrysotile - 98% Other
Fibrous < 1% Crocidolite
Homogeneous J
WBS227G01 | Brown Teased 3% Chrysotile - 97% Other
Fibrous
Homogeneous
WBS041G01 Brown T;a;ed_ ) 4% Chrysotile T ) 96% Other
Fibrous
Homogeneous
WBS1285G01 Brown Teased <1% Chrysotle ~100% Other )
Non Fibrous < 1% Crocidohte
Homogeneous J

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method
Approved

Signatory

Arthur Hernandez
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report refates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #1021086)
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Westmont NJ
609 858-4800

Baton Rouge LA 70816 Ref Number TX972639
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAGI
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS264G01 Brown Teased < 1% Chrysotile T o 100% Other )
Non Fibrous :
Homogeneous

WBS502G01 Brown Teased 3% Chrysotile 97% Other ]
Fibrous < 1% Crocidolite
Homogeneous

WBS502G02 Brown Teased 6% Chrysotle 94% Other ,
Non Fibrous < 1% Crocidolite !
Homogeneous

WBS502G03 Brown Teased 4% Chrysotile 96% Other
Non Fibrous < 1% Crocidolite
Homogeneous

WBS502G04 Brown Teased 2% Chrysotile 98% Other -
Non Fibrous < 1% Crocidolite
Homogeneous

WBS502G05 Brown Teased 3% Chrysotile 97% Other
Non Fibrous < 1% Crocidolite
Homogeneous

Piscataway NJ Carle Piace NY Manhattan NY
908 981-0550

516 997 7251 212 290-0052

Atin  Barbara Storey
Ecology & Environment, Inc
11550 Newcastie Ave #250

Seattle WA
203 233 9007

Ann Arbor MI
313-668-6810

San Mateo CA
415 570-5401

Tuesday July 01 1997

404 333-6066

Smyrna GA  Greensboro NC  Houston TX
910 297 1487

713-686 3635

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Arthur Her(andez Jr
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in fulf with writlen approval by EMSL The above test must not be used by the cfient to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be valid

Laboratory 18 not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Butk #102106)




Westmont NJ Piscataway NJ Carle Place NY Manhattan NY
609-858-4800 908 981-0550 516 997 7251 212 280-0052

Attn  Barbara Storey

Ecology & Environment, Inc
11550 Newcastle Ave #250

Baton Rouge LA 70816

Seattle WA
203 233 9007

Ann Arbor Mi
313-668-6810

San Mateo CA
415 570-5401

Smyma GA  Greensboro NC  Houston TX
404 333-6066

910 297 1487  713-686-3635

Tuesday July 01 1997

Ref Number TX972639

POLARIZED LIGHT MICROSCOPY (PLM)—
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS / 020601RAGI

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS529G01 Brown Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
: B N S o
WBS529G02 Brown Teased <1% Chrysotle | 100% Other i
Non Fibrous
Homogeneous !
WBS229G01 Brown Teased < 1% Chrysotile 100% Other |
Non Fibrous < 1% Crocidolite
Homogeneous
WBS229G02 Brown Teased 2% Chrysotle | ) 98% Other 1
Non Fibrous < 1% Crocidolite
Homogeneous |
WBS529G03 Brown Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous J
WBS523G01 Brown‘*A _ _?e;s;d *Mﬁ’-_:{% C—it:rysotlle - 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately

Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

| G
Arthur Hernédez Jr
Analyst

Z

pproved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor files and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 3
may only be reproduced in fult with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houstan (NVLAP Arr and Bulk #102106)
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PLM Analysis Worksﬁeet -
Client Ecology & Environment, Inc Logged 6/29/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/30/97 900 AM
Baton Rouge LA 70816 — B B
Specnal Handling ' Biling Number
Fax (504) 363 4732 i
; TX972639
Project WESTBANK ASBESTOS / 020601RAGI o = ‘ { e e _
— App&a?ance - " TTreatment Asbestos Results Fibrous | Non Fibrous | | Optcal
|lABrown 6 \arious 1 Fxb rous 1 Homogcnevm:—s—1 Teased 1 Chrysoule A | Ce”ul;sc I s Quanz | 1 Propemes t
12 Grey 7 Black 2 Non Fibrous ;2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica - -
SRR Oy [ Dues ) pemie  Symnee @ Cof Crbonste | ’
$ Red 0 Orange IR RN v s Wonssonte & periue | o
o None Detected |7 Harr 7 Other ' -
_ B Fibrous Non Fibrous | TR T
 Sample Locahgrl _ f\_pp_egLanfe Treatment| % ASBESTOS Type | % | Type |\ % ul\ayers o i .
|
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PLM Analysis Worksheet '7

Client Ecology & Environment Inc

11550 Newcastle Ave #250
Baton Rouge LA 70816

Address

Logged 6/29/97
Date/Time Due 6/30/97

TAT 24 Hour OZ’

Biling Number

9 00 AM

Special Handling

Fax (504)363 4732
! TX972639
Project WESTBANK ASBESTOS / 020601RAGI
3 _‘ A“pPegra_nc_e__k.j o _L"rreégrzw_e[\l[_Asbesm_sﬁﬁults | Fibrous ~ Non Fibrous Optical
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PLM Analysis Works]eef

Client Ecology & Environment, Inc Logged 6/29/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/30/97 9 00 AM
Baton Rouge LA 70816 ~ ’
! Special Handling Bilhng Number
Fax (504) 363 4732 }
TX972639
Project WESTBANK ASBESTOS / 020601RAG! ' B
T Appearaﬁcg T ' Treatment ] Asbegstosze_sgltgs ! Ftbjous 7 Non Fibrous Optical
{1 Brown 6 Vanous | Fibrous 11 Homogencous |1 Teased | Chiysoule 1 Cellulose I Quartz ' Properties
12 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | hand —
{3 Tan 8 Silver 3 Other 3 Other |3 Dissoived 3 Anthophyilite 3 Min Wool 3 Gypsum | ,
14 White 9 Blue 14 Layers (#) |4 Ashed 4 Tremolite 4 Syntheuc 4 Cal Carbonate ! _
5 Red 0 Orange } 5 Actinohte S Other 5 Matnx , M .
-~ —_—— - R eV __l6 Crocidalite 6 Wollastonste 6 Perhite 2 e 2
0 Nonc Detected . 7 Halr 7 Other bl
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EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092



-4;.4nt DA Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml San Mateo CA  Smyma GA  Greensboro NC Houston TX
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007 313-668-6810 415570 5401 404 333-6066 910 297 1487 713-686 3635

Attn  Lawrence Roed|

Ecology & Environmental Tuesday July 01 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97375

POLARIZED LIGHT MICROSCOPY (PLM)
CD J U L 0 8 19? Y Performed by EPA 600/R-9&§/116 Method* |

Project WESTBANK ASBESTOS 020601RAG1

SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS

SAMPLE ASBESTOS NONASBESTOS

% NONFIBROUS

WBS250G0O1 Brown Crushed None Detected

Non Fibrous
Homogeneous

80% Quartz
20% Other

WBS250G02 Brown Crushed < 1% Chrysotile

Non Fibrous
Homogeneous

WBS250G03 Brown [Crushed
Non Fibrous |
Homogeneous ‘

<1% Chrysotlle_

80% Quartz
20% Other

80% Quartz
20% Other

-

|wBS250G04 Brown Crushed < 1% Chrysotile
Non Fibrous < 1% Crocidohte

Homogeneous

80% Quartz
20% Other

WBS250G05 Brown Crushed 1% Chrysotile
Non Fibrous 1% Crocidohte
Homogeneous

79% Quartz
19% Other

| wBS250G06 Brown Crushed 2% Chrysotile
Non Fibrous < 1% Crocidolite

Homogeneous !

80% Quartz
18% Other

Also ‘# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

A L /

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately

4

(/Jone Wasilewski Approved
Analyst Signatory

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysss performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)

N




Dot N" Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyrna GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516-997 7251  212290-0052 203 233-9007 3136686810 415 570-5401 404 3336066 910 297 1487 713686 3635
Attn  Lawrence Roedl
Ecology & Environmental Tuesday July 01 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97375
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS250G07 Brown Crushed 1% Chrysotile 80% Quartz
Non Fibrous 1% Crocidolite 18% Other
Homogeneous
WBS250G08 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS250G09 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS263G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS420GO1 Brown Crushed o None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples 'each component is analyzed separately
Also % of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

-

/J/cne Waslewsk!
A

Analyst

Approved
Signatory

Disclaimers PLM has besn known to nuss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




PLM Analysis Worksheet

Client Ecology & Environmental Logged 6/30/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/1/97 11 26 AM
Baton Rouge LA 70816 - 4
| Special Handling ! } Billing Number
Fax (504) 363 4939
IN97375
Proect WESTBANK ASBESTOS 020601RAG1 .
| Appearance Treatment] Asbestos Results Fibrous | Non Fibrous | | Optical
| Brown 6 Vanous 1 Fibrous [1 Homogeneous |1 Teased 1 Chrysoule 1 Cellulose | Quartz | , Properties
2 Grey 7 Black 2 Non-Fibrous i2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica i I
;3 Tan 8 Silver 3 Other i3 Other 3 Dissolved |3 Anthophylhte 3 Min Wool 3 Gypsum | |
4 White 9 Blue {4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetc 4 Cal Carbonate \
S Red 0 Orange |5 Actinolite S Other S Matnx \ |va\‘ , f
L 16 Cr b 6 Wollastonite 6 Perlite 1 Straugh 1
0 None Detected 7 Har 7 Other 3 spucly
Fibrous || Non Fibrous # e i e
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250




PLM Analys1s Worksheet

Client Ecology & Environmental Logged 6/30/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/1/97 1126 AM
Baton Rouge LA 70816 r i
3 Special Handling Biling Number
Fax (504) 363 - 4939
IN97375
Project WESTBANK ASBESTOS 020601RAG1 f
| Appearance lTreatment[ Asbestos Results Fibrous ' Non-Fibrous “W—
Jl Brown 6 Vanous 1 Fibrous "I Homogeneous Fl'eased "I Chrysoule 1 Cellulose Il Quanz ' Properties
2 Grey 7 Black 12 Noo-Fibrous '2 Heterogeneous 2 Crushed 2 Amosite 2 Glass [2 Mica
13 Tan 8 Siver 13 Other 3 Other 3 0 d '3 Anthophyl 3 Min Wool 3 Gypsum
4 Whne 9 Bhue 4Layen(#) |4 Ashed 4 Tremolte 4 Synthetc 4 Cal Carbonate
's Red 0 Orange i 5 Actinolte S Other S Matnx VUL I
6 Crocidol 6 Wollastonste 6 Perite 2 S
/0 None Detected 7 Har 7 Other bpin-
. | Fibrous | Non-Fibrous  # |ive 1im |isesd
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EMSL Analytcal Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
CHAIN OF CUSTODY RECORD
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Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor M} SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609 858-4800 908 981 0550 516 997 7251 212 290-0052 203-233 9007 313-668-6810 415 570 5401 404 333-6066 910 297 1487  713-686 3635

AHtn  Lawrence Roedl

Ecology & Environmental Wednesday July 02 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97379

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 02060 RAGI - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

(WBS265G01 Brown Crushed 2% Chrysotle |  80%Quatz |
Non Fibrous < 1% Amosite 18% Other
Homogeneous

WBS265G02 Brown Crushed < 1% Chrysotile 80% Quartz l
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS265G03 Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidohte 20% Other
Homogeneous

WBS215G04 Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Amosite 18% Other
Homogeneous < 1% Crocidolite

l —_ S

WBS551G04 Crushed 2% Chrysotle | ) 80% Quartz
Non Fibrous < 1% Amosite 18% Other
Homogeneous < 1% Crocidolite

(wBs234Go1 —_Cru;h;d 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

5 Pullyo LA,

orqare/t Phillips Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos 1n a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor tites and wipes should be tested with either SEM or TEM The above test report refates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




Woestmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA Greensboro NC Houston TX
609-856-4800 908 981-0550 516 997 7251 212 280-0052 203 233-8007 313-668-6810 415570 5401 404 333-6066 910 297 1487  713-686 3635

Attn Lawrence Roed|

Ecology & Environmental Wednesday July 02 1997
11550 New Castie Avenue
Baton Rouge LA 70816 Ref Number [IN97379

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 02060 RAGI - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS234G02 Brown Crushed < 1% Chrysotiie 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS234G03 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
I _ _ o o o o
WBS797G01 own Crushed 1% Chrysotile o o 80% Quartz
Non Fibrous 1% Crocidoiite 18% Other
Homogeneous
WBS797G02 Brown Crushed 1% Chrysotile 80% Quartz
Non Fibrous 1% Crocidolite 18% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component I1s analyzed separately
Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

2Morc:orei Phillips Approved \X

Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain al least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

8 erformed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)
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PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/1/97 TAT 1 Day @
Address 11550 New Castle Avenue Date/Time Due  7/2/97 9 00 AM
Baton Rouge LA 70816
Special Handling ' Billing Number
Fax (504) 363 - 4939 |
IN97379
Project 02060 RAGI WESTBANK ASBESTOS
l Appearance Treatment | Asbestos Results | Fibrous | Non Fibrous . —C-)Etlcal
{1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysoule 1 Cellulose 1 Quanz Properties
12 Grey 7 Black 2 Non-Fibrous 12 Heterogeneous |2 Crushed |2 Amosite 2 Glass 2 Mica :
3 Tan 8 Silver 3 Other '3 Other 3 Dissolved (3 Anthophyil 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 4 Ashed |4 Tremolite 4 Synthetic 4 Cal Carbonate !
5 Red 0 Orange ‘ Is Actnolite 5 Other 5 Matnx L B
6 Croaidol 6 Wollastonite 6 Perlite 2 Strugh 2
'0 None Detected 7 Har 7 Other 3 Specity
- Fibrous | Non Fibrous # ;::- v l;: -mr-i‘
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Analyst %Ajﬂﬂiﬁ% Date 7/ 2 j 97 _ Computer Date

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapols IN 46250



@

PLM Analysis Worksheet
Chient Ecology & Environmental Logged 7/1/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/2/97 9 00 AM
Baton Rouge LA 70816 7
f Special Handling ! ’ Biling Number
Fax (504) 363 4939 j ! |
: IN97379
Project 02060 RAGI WESTBANK ASBESTOS ‘ ‘
r Appearance I Treatment | Asbestos Results Fibrous Non Fibrous Optical
| Brown 6 Vanous {1 Fibrous | Homogeneous |1 Teased 1 Chrysoule 1 Cellulose 1 Quanz Propemes
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica - -
3 Tan 8 Silver 13 Other 3 Other 3 Dissolved 3 Anthophyllite 3 M Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) |4 Ashed |4 Tremolne 4 Synthetic 4 Cal Carbonate _
5 Red 0 Orange i /5 Acunolite S Other 5 Matnx e A
! 16 Croadol 6 Wallastorute 16 Perlite 2 Srugn 2
|0 None Detected 7 Hawr 7 Other 3 Spocly
" Fibrous | Non Fibrous o # T -L?:L
| Sample | Location Appearance | Treatment| % ASBESTOS | Type | % |Type « % Layers| > we | oo
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EMSL Analytical Inc 6330 E 75th St Suite 152 India

napols IN 46250




PLM Analysis Worksheet

€

Chent Ecology & Environmental Logged 7/1/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/2/97 900 AM
Baton Rouge LA 70816
‘ Special Handiing ' Biling Number
Fax  (504) 363 - 4939 !
i IN97379
Project 02060 RAGI WESTBANK ASBESTOS b
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
"I Brown 6 Vanows | Fibrous | Homogencous 1 Teased 'l Chrysoue I Celtulose | Quarz Properties
Grey 7 Black 2 Non-Fibrous 2 Heterogeneous 2 Crushed 2 Amouite 2 Glass 2 Mica —r =
3 Tan 8 Siver 3 Other 3 Other 3 Dissoived 3 Amthophyll 3 Min Wool 3 Gypsum
4 White 9 Biue 4 Layers (#) 4 Ashed 4 Tremolne 4 Syntheuc 4 Cal Carbonate o L
S Red 0 Onange S Acunolite S Other $ Matnx L ,
— .6 Crocwdols 5 Wollastonrte 6 Perlite 1 Swught 1
10 None Detected 7 Har 7 Other 3 Somy
- , Fibrous Non Fibrous # ive v [
t . 1%  LMed (1 Symmerc
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EMSL Analytical Inc

8330 E 75th St Surte 152 Indianapeolis IN 46250




Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
F09-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007  313-668-6810 415 570-5401 404 3336066 910 297 1487  713-686 3635

Attn  Lawrence Roedi

Ecology & Environmental Wednesday July 02 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97380

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBC1116G01 Brown Crushed 2% Chrysotile 78% Quartz (
Non Fibrous < 1% Crocidolite 20% Other |
Homogeneous |
|
WBC1116G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBC1116G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
|
WBS262G01 Brown Crushed 2% Chrysotile !  80% Quartz -
Non Fibrous < 1% Crocidolite ! 18% Other
Homogeneous
WBS262G02 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
e _
WBS262G03 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

e

C Jane Wasilewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos In a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 1
may only be reproduced tn full with written approval by EMSL The above test must not be used by the chient to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
alysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor MI  SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007 313-668-6810 415570 540t 404 333-6066 910 297 1487 713-686 3635

AHn Lawrence Roed|

Ecology & Environmental Wednesday July 02 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97380

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1031G01 Brown Crushed 3% Chrysotle 80% Quartz
Non Fibrous 17% Other
Homogeneous
wBS1031G02 Brown Crushed 3% Chrysotile - 80% Quartz ]
Non Fibrous 17% Other
Homogeneous
WBS1031G03 Brown Crushed 3% Chrysotile 80% Quartz
Non Fibrous 2% Crocidolite 15% Other
Homogeneous
WBS1031G04 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS1031G05 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
1
WBS551G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
* - . — . 2

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

ey s 2

Mone Wasllewski Approved “

Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor ites and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP fogo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapohs (NVLAP Air and Bulk #200188-0)




Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor MI SanMateo CA  Smyrmna GA  Greensboro NC  Houston TX
b09-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007 313-668-6810 415-570 5401 404 333-6066 910 297 1487  713-686-3635

Attn  Lawrence Roed!

Ecology & Environmental Wednesday July 02 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number [IN97380

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS551G02 Brown Crushed < 1% Chrysotile 80% Quartz ‘
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS551G03 Brown Crushed 2% Chrysotile ' 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous !

|

WBS215G01 Brown Crushed 3% Chrysotile 80% Quartz ‘
Non Fibrous 1% Crocidolte 16% Other
Homogeneous

[WBS215G02 Brown  |Crushed | <1%Chrysotle | T s0%aQuatz |
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS215G03 Brown Crushed 2% Chrysotile 80% Quartz |
Non Fibrous < 1% Crocidohte 17% Other '\
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately
Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

L

-~ Jane Wasllewski Approved N
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 15 not responsible for the accuracy of results when requested to physically separate and analyze layered samples

lis (NVLAP Air and Bulk #200188-0)
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PLM Analysis Worksheet

2k L=<« 720 1M’

Clhient Ecology & Environmental Logged 7/1/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/2/97 900 AM
Baton Rouge LA 70816 l -—
Special Handling { ' Billing Number
Fax (504) 363 4939
! IN97380
I
Project 020601 RAG1 WESTBANK ASBESTOS :
| Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
il Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased i1 Chrysoule 1 Cellulose 1 Quarz Propemes
|2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed |2 Amosite 2 Glass 2 Mica ;
3 Tan 8 Siver 3 Other 3 Other 3 Dissolved |3 Anthophyilite 3 Min Wool 3 Gypsum |
4 White 9 Blue | 4 Layers (#) 4 Ashed 4 Tremolite 4 Syntheuc 14 Cal Carbonate |
15 Red 0 Orange | |5 Acunolite S Other 5 Matnx , WWN ,
16 Croadol 6 Wollastonite 6 Perlite 2 Srught
,0 None Detected 7 Har 7 Other 13 Specity
) Fibrous ; Non Fibrous # ;v:- IL% ';?',.‘.‘?"L

| Sample ! Location Appearance | Treatment % ASBESTOS Type % ' Type | % :Layers dHa 3 catee
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/1/97 TAT 1 Day

Address 11550 New Castle Avenue Date/Time Due 7/2/97 900 AM
Baton Rouge LA 70816

Special Handling | ' Billing Number
Fax (504) 363 - 4939 |
‘ IN97380
Project 020601 RAG1 WESTBANK ASBESTOS i
% Appearance Treatment] Asbestos Results Fibrous | Non Fibrous ; Optical
! Brown 6 Vanous |1 Fibrous "l Homogencous |1 Teased |1 Chrysoule 1 Cellulose 1 Quenz ! Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica :
3 Tan 8 Silver 13 Other 3 Other 3 Dissolved ’3 Anthophyilrte 3 Min Wool 3 Gypsum
4 White 9 Blue 1 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange 'S Actinolite S Other 5 Matnx , WM“ . s
1 — 16 Crocdol 6 Wollastorute 6 Perlite 2 Srugh 2
i0 None Detected 7 Har |7 Other 3 Spafy
- Fibrous Non Fibrous # ;3:- llt\;-: ;;:u;
Sample Location Appearance | Treatment % ASBESTOS Type % .Type % Lavers|  owe [howe
| e i i ~ |
WE5IL) GO ] | = 27 1 %0 sY sy
' ' ) ; M s
| X > -7 7 Ig L
1 ! P~, B E
i ! 1
| ‘ ! U7 70
| M S
| * A
i
. T80
U'{ L>4
- ., |
s | [ -2 L %J asd ss
| 7 p M s
| ) l=<] 7 1% LM
) E
| | > l i
_ . A7 L (20
>
P, B E
— S e o 78 T ___IJ ! -
1
wasie3isol e !— % 50O BaEs

=2 ! A 1)
-0 —;_—'9\ 7 17 oy

|

Lo

| | Al
i P‘ f_' E

Date

ﬂ//& 7,/1/ 97 Computer

Analy Date

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/1/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/2/97 9 00 AM
Baton Rouge LA 70816
j Special Handling Billing Number
Fax (504) 363 4939 |
| IN97380
Project 020601 RAG1 WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous " Non Fibrous | ' Optical
1 Brown 6 Vanous 1 Fibrous | Homogeneous |1 Teased I Chrysotile 1 Cellulose 1 Quartz } Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogencous |2 Crushed 2 Amonte 2 Glass 2 Mica :
ls Tan 8 Siver 3 Other 3 Other 3 Digsolved |3 Anthophylite 3 Min Wool 3 Gypsum ;
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate ]
I's Red 0 Orange | $ Actinolte S Other $ Matnx oo .
{ 6 Crocidol! 6 Wollastonte 6 Perlite Izs...vzg :
|0 None Detected 7 Har 7 Other 3 Spaty
Fibrous Non Fibrous # ;fu ;l‘;-: 'L;_;-E‘
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. PLM Analysis Worksheet
Client Ecology & Environmental Logged 7/1/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/2/97 900 AM
Baton Rouge LA 70816
Special Handling Biling Number
Fax (504) 363 4939
IN97380
Project 020601 RAG1 - WESTBANK ASBESTOS
Appearance :Treatment{ Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 't Fibrous 1 Homogeneous |1 Teased | Chiysoule I Cellulose 1 Quanz Properties
2 Grey 7 Black (2 Noo-Fibrous /2 Heterogeneous |2 Crushed 2 Amosite 2 Glass ;2 Mica -
3 Tan § Stver 3 Other 3 Other 3 D fved 3 Anthophyll 3 Min. Woot 3
4 White 9 Blue 1 4 Layers(#) 4 Ashed '4 Tremobte 4 Syntheuc 4 Cal Carbonate
S Red 0 Orange [ § Actmolite 5 Other $ Matnx Iw“y! , !
1 6 Croadol 6 Wollastonite ‘6 Perhite 2 Swwgh
0 None Detected 7 Har 7 Other 3 Spacy
| Fibrous Non Fibrous # e i e
M ry ‘ o | o, Layers Yig |
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Westmont NJ  Piscataway NJ Carle Place NY Marnhattan NY  Seattle WA Ann Arbor MI SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516-997 7251  212290-0052 203 233 9007 313-668-6810 415570 5401 404 333-6066 910 297 1487  713-686-3635

Attn  Lamy Roed|

Ecology & Environmental Thursday July 03 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97394

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 02061 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS213G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS035G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidohte 20% Other
Homogeneous
WBS389G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS389G02 Brown Crushed 3% Chrysotile 80% Quartz
Non Fibrous 17% Other
Homogeneous
WBS389G03 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
WBS389G04 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

. T

Jane Wasilewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a smati percentage of samples which contain asbaestos Thus negative PLM resuits cannot

be guaranteed Floor tiles and wipes shoutd be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced In full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

rformed by EMSL. of Indianapohis (NVLAP Arr and Bulk #200188-0)




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY Seattle WA Ann Arbor Ml SanMateo CA  Smyrna GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516-997 7251 212 290-0052 203-233 9007 313-668-6810 415570 5401 404 333-6066 910 297 1487  713.686-3635

Attn  Larry Roedl

Ecology & Environmental Thursday July 03 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97394

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 02061 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS981G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 188 1 Method

~ =2
Z, < — -

" Jane Wasillewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with wnitten approval by EMSL The above test must not be used by the chent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Arr and Bulk #200188 0)




PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/2/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/3/97 930 AM
Baton Rouge LA 70816 B
Special Handling " Billing Number
Fax (504) 363 - 4833
| IN97394
Project 02061 RAG1 WESTBANK ASBESTOS ;
| Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysoule 1 Celiulose 1 Quanz Propemes :
2 Grey 7 Black 2 Non Fibrous |2 Heterogeneous |2 Crushed |2 Amostte 2 Glass 2 Mics | ' :
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyll 3 Min Wool 3 Gypsum !
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremobite 4 Synthetic 4 Cal Carbonate ! !
5 Red 0 Orange $ Actmnolite 5 Other 5 Matnx lw”" . *
6 C dol 6 Wollastonte 6 Perlite 2 Srmgn 2
0 None Detected 7 Harr 7 Other 3 Specty
Fibrous Non Fibrous | # |ive ium ;ﬁ‘
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/2/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/3/97 930 AM
Baton Rouge LA 70816 i :
| Special Handling Biling Number
Fax (504) 363 - 4833 .
‘ ' INS7394
Project 02061 RAG1 WESTBANK ASBESTOS } !
Appearance Treatment | Asbestos Results Fibrous i Non Fibrous h—_Optlcal
1 Brown 6 Vanous 1 Fibrous ! Homogeneous {1 Teased 1 Chrysotile 1 Cellulose 1 Quartz Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed |2 Amosite 2 Glass 2 Mica ;
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum i \
4 Whute 9 Blue la Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
e tome | | 5 Crndo  Wolowe o P pn b
0 None Detected 7 Har 7 Other 3 Spealy
Fibrous Non Fibrous # 'Li‘,' 1 t;: -wr-i‘
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OFFICIAL

CHAIN OF CUSTODY RECORD
PROJ ON\O PROJECT NAME o
Ozp?ﬁm Westhank A<bestos NO \0@?@
SAMPLERS (Sunature) 7 contomm RA/? o (&
a[nu 1Lk con Q REMARKS
é U a | @ TAINERS \'/Q\
STA NO | DATE | TIME § g STATION LOCATION Q EP A TC(Q\ ‘H:
052 OHOI
ol |4y 0B L IX b- 003720
.ﬁggg Nze | £ I Lro0372]
1 X L X 003722
”: g" l200/X | \ X (~003723
wa%oi nS X ¥ \ X [-00 37‘24
w§$? Uiy [ K X L-0037125
ool L |uso | | _1X l-00% 1o
\\
B o —
i —
P ——
*\b\\d\\
N
Relinquished by (Signature)} Date / Time | Receiyed by {S:gnaru7) q Rehinquished by (Signature) Date / Time | Received by (Signature)
i ool e
lm%%jﬁm i g e\
Reling ed by (Signature) Date /Time | Received by Js)gnamre) Relinquished by (Signature) Date / Time | Received by (Signature)
Relinquished by (Signature) Date /Time |[Received for Laboratory by Date / Time Remarks
{Signature]
Shipped by FE__D - i)( Airbil Number j q03 -1 5 O L} 6\5‘2

Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yeliow Returns with Warrant

*EPA 7500-53
(11/96)

6- 08864




F  Woestmont NJ
609-858-4800

Piscataway NJ Carle Place NY Manhattan NY
908-981 0550

San Mateo CA
415-570 5401

Ann Arbor MI
313-668-6810

Smyrma GA  Greensboro NC  Houston TX
404 3336066 910 297 1487 713-686-3635

Seattle WA

516997 7251 212 290-0052  203-233 9007

Attn  Lawrence Roedl
Ecology & Environmental
11550 New Castle Avenue

Monday July 07 1997

Baton Rouge LA 70816 Ref Number IN97408
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS395G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS395G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
|
WBS552G02 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
WBS552G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolte 20% Other
Homogeneous
WBS502G05A Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
WBS221G01 | Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples alsc analyzed by ELAP 198 1 Method

2;

s
:Z/%/

" Jane Wasllewsk
% Analyst

Approved
Signatory

Disclamers PLM has been known to muss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contam at least one signature to be vald

Laboratory 1s not responsibte for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapaolis (NVLAP Air and Bulk #200188-0)




Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Mi SanMateo CA  Smyrma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007  313-668-6810 415570 5401 404 333-6066 910 297 1487 713686 3635
Attn  Lawrence Roed|
Ecology & Environmental Monday July 07 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97408
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS555G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS540G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS540G02 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
WBS540G03 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
|
VVES427G01 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS427G02 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolte 18% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples
/
AN

* NY samples also analyzed by ELAP 198 1 Method
Approved

ﬁoraoret Phl%
Signatory

Analyst

Disclaimers PLM has been known to miss asbestas in a small percentage of samples which contamn asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contaimn at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0}




Westmont NJ Piscataway NJ Carle Place NY Manhattan NY
808 981-0550

609 858-4800

SAMPLE
WBS219G01

WBS219G02

WBS219G03

WBS219G04

WBS1046G01

WBS1046G02

516 997 7251 212 280-0052

Attn  Lawrence Roedl|
Ecology & Environmental
11550 New Castle Avenue

Seattle WA
203 233-8007

Ann Arbor MI
313-668-6810

San Mateo CA
415 570-5401

404 333-6066

Monday July 07 1997

Smyma GA  Greensboro NC  Houston TX
910-297 1487

713-686 3635

Baton Rouge LA 70816 Ref Number IN97408
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Crushed < 1% Chrysotile 80% Quartz

Non Fibrous < 1% Crocidolite 20% Other

Homogeneous

Brown Crushed < 1% Chrysotile B 80% Quartz

Non Fibrous < 1% Crocidolite 20% Other

Homogeneous

Brown Crushed < 1% Chrysotile 80% Quartz ‘

Non Fibrous < 1% Crocidoiite 20% Other

Homogeneous

Brown Crushed < 1% Chrysotile 80% Quartz

Non Fibrous < 1% Crocidolite 20% Other

Homogeneous

Brown Crushed None Detected 80% Quartz

Non Fibrous 20% Other

Homogeneous

Brown Crushed < 1% Chrysotile 80% Quartz l

Non Fibrous < 1% Crocidohte 20% Other

Homogeneous }
|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Mosguut{ Bhill >

rqoref Phl”lDS

Analyst

W 204

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the chent to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory I1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapohs (NVLAP Ay and Bulk #200188 Q)




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007 313-668-6810 415 570 5401 404 333-6066 910-297 1487 713-686 3635

Attn  Lawrence Roed|

Ecology & Environmental Monday July 07 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97408

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS 020601RAG1

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
wBs1046G03 IS &own Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

$fulls .

Approved
Signatory

argaret Philios
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 4
may only be reproduced in full with written approval by EMSL The above test must not be used by the chient to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analys:s performed by EMSL of Indianapohis (NVLAP Air and Bulk #200188-0)




PLM Analysis Worksheet

Client Ecology & Environmentai Logged 7/3/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/7/97 900 AM
Baton Rouge LA 70816 |
Special Handling | ‘ Biling Number
Fax (504) 363 4939 i |
i { IN97408
Project WESTBANK ASBESTOS 020601RAGH ! ) !
Appearance Treatment | Asbestos Results Fibrous Non Fibrous | Optical
1 Brown 6 Vanous 1 Fibrous I Homogeneous |1 Teased 1 Chrysotile 1 Cellulose 1 Quartz Propemes
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica — ;
{3 Tan 8 Siver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum
4 White 9 Blue ! 4 Layers (#) 4 Ashed 4 Tremobte 4 Synthetic 4 Cal Carbonate - -
Rt fome l 6 Croodoln 6 Wollstonte 6 peine , A
0 None Detected 7 Har 7 Other f’
Fibrous Non-Fibrous k*:- ;1\%‘ ;;;-_;“
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EMSL Analytical Inc 6330 £ 75th St Suite 152 Indianapolis IN 46250
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/3/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/7/97 900 AM
Baton Rouge LA 70816 - - - - —_—
Special Handling Biling Number
Fax (504) 363 - 4939 ‘
INS7408
Project WESTBANK ASBESTOS 020601RAG1 i
Appearance Treatment | Asbestos Results Fibrous Non Fibrous i . Optical
| Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotle 1 Cellulose 1 Quartz ' | Properties
2 Grey 7 Black 2 Non-Fibrous |2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | — T3
3 Tan 8 Siver 3 Other ‘3 Other 3 Dissolved 3 Anthophyilite 3 Min Wool 3 Gypsum !
4 White 9 Blue {4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate i
5 Red 0 Orange 5 Actinolite S Other 5 Matnx L w ™ , ]
{ 6 Crocaidol 6 Wollastonite 6 Perlite 'Lsu-nzh 1
0 None Detected 7 Harr 7 Other |3 oty
Fibrous Non Fibrous | # |ive 1im '15',,‘3.:'“
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/3/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/7/97 9 00 AM
Baton Rouge LA 70816 f ——
‘r Special Handiing Biling Number
Fax (504) 363 4939 |
; IN97408
Project WESTBANK ASBESTOS 020601RAG1 |
! Appearance Treatment | Asbestos Results Fibrous Non-Fibrous Optical
| Brown 6 Vanous 1 Fibrous 11 Homogeneous |1 Teased 1 Chrysotle 1 Cellulose 1 Quartz Propemes
2 Grey 7 Black 2 Non-Fibrous |2 Heterogeneous |2 Crushed {2 Amosite 2 Glass 2 Mica ;
3 Tan 8 Siver 3 Other 13 Other 3 Dissalved |3 Anthophyllite 3 Min Wool 3 Gypsum
4 White 9 Blue |4 Layers (#) 4 Ashed 4 Tremohte 4 Syntheuc 4 Cal Carbonate {
’5 Red 0 Orange i 5 Actinolite S Other 5 Matnx } o™ ,
: s Crocidol s Wollastomite 6 Perlite ‘ 2 Srugn 2 J
0 None Detected 7 Har 7 Other 3 Spectly
Fibrous Non Fibrous  # |ive (e |irew
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/3/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/7/97 9 00 AM
Baton Rouge LA 70816
l Special Handling Biling Number
Fax (504) 363 - 4939 ‘
I IN97408
Project WESTBANK ASBESTOS 020601RAG1
; Appearance !Treatment Asbestos Results Fibrous j Non Fibrous Optical
I Brown 6 Vanous 1 Fibrous 1| Homogeneous |1 Teased 1 Chrysotle 1 Cellulose | Quanz Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous 12 Crushed 2 Amosite 2 Glass 2 Mica :
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum
4 White 9 Blue 1 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate ]
e oo ; g O e e |
0 None Detected 7 Har 7 Other ’L:‘:
. i Fibrous Non Fibrous ~ # |1¥e 1um ;sy_mi‘
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ENVIRONMENTAL PROTEC TION AGENCY

L]

125|117

Rec by (Sfgnaufie)
Z%Z 7yyer i

CHAIN OF gﬁggg\éY RECORD / OF ;2’
og_%ogg? PROJECT NAME -
RAG) Westbank  Asbestos NO 5
SAMPLERS (Sugnature) oF o
a//m» Mﬂ- q\(\ . CON @%ﬂ REMARKS
o b4 TAINERS
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WESSE o3l 23 Ty ¥ 6-003729 "
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Rehilshed by
elinquished by

!S:gnafurol\ Date / Time |Received by (\s:g&u,e) Relinquished by (Signature) Date / Time Received by (Signature)
Relinquished by (Signature) Date / Time | Recewed for Laboratory by B:te / Time Remarks
{Signature)
shipped by  FED _ EX Asbill Number 39 037504 FO
Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant
EPA 7500-53 6- SO0
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ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
CHAIN OF CUSTODY RECORD
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D20
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EMSL Analytical, Inc.

Atin  Larry Roedl

Ecology & Environmental
11550 New Castle Avenue
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indianapols, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Thursday July 10 1997

Ref Number IN97441

l POLARIZED LIGHT MICROSCOPY (PLM)
‘ Performed by EPA 600/R-93/116 Method*

Project 020601

RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS952G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous J

WBS952G02 Brown Crushed ’ < 1% Chrysotile f 60% Quartz WI
Non Fibrous 40% Other |
‘ Homogeneous I |

I S ] |

WBS212G01 Brown Crushed ] < ;‘%E:Fr;'sotlle B 80% Quartz 1
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

[ _

WBS212G02 Brown ]Crushed < 1% Chrysotile 60% Quartz
Non Fibrous < 1% Crocidolite 40% Other
Homogeneous

WBS561G0t1 Brown Crushed 2% Chrysotile 60% Quartz
Non Fibrous 38% Other
Homogeneous

WBS561G02 Brown Crushed < 1% Chrysotile i 80% Quartz
Non Fibrous ! 20% Other
Homogeneous ) ‘

S | O _ _ |

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

T

Jane Wasllewski

Analyst

-

[

Appro%
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with etther SEM or TEM The above test report relates only to the tems tested This report 1

may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Labaratory ts not responsible for the accuracy of results

when requested to physically separate and analyze layered samples

Analysis performad by EMSL of Indianapolis (NVLAP Arr and Bulk #200188-0)

—_t




6330 East 75th Street, Suite 152

E M S L A na lyt i cad l s I nc. Indwanapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn  Larry Roedl

Ecology & Environmental Thursday July 10 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97441

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS561G03 Brown Crushed < 1% Chrysotile 60% Quartz
Non Fibrous 40% Other
, Homogeneous ]
Lo —
WBS561G04 Brown Crushed None Detected 80% Quartz |
Non Fibrous 20% Other
& Homogeneous
WBS789G01 Brown Crushed < 1% Chrysotile 80% Quartz w
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous J
,WBS789G02 Brown Crushed T <1% Chrysoglle T 80% Quartz }
Non Fibrous 20% Other '
} Homogeneous
_ Y S _ Bl
WBS789G03 Brown Crushed < 1% Chrysotile 80% Quartz }
Non Fibrous 20% Other f
Homogeneous (
. ]
WBS218G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
! L !

Comments For all obviously heterogeneous samples easly separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

hI”lDS Appro
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suitte 152

E M S L A na lyt i ca l s I nc. Indwanapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
AHn Larry Roedl

Ecology & Environmental Thursday July 10 1997
11550 New Castie Avenue
Baton Rouge LA 70816 Ref Number IN97441

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS218G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
U — — - —— e e s e el - — - - . ]
(wBS870G01 Brown Tcrushed [ <1%Chysotte | 80%Quanz
Non Fibrous 20% Other
Homogeneous l
WBS870G02 Brown Crushed None Detected o 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS508G01 Brown Crushed < 1% Chrysotile o 80% Quartz
Non Fibrous 20% Other
Homogeneous !
WBS508G02 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other

Homogeneous l

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

esih ,
}/Zongoref Pélhos - Approve&)

Analyst Signatory

-

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor tiles and wipes should be tested with esther SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at ieast one signature to be valid

Laboratory i1s not responsibie for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/9/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/10/97 9 00 AM
Baton Rouge LA 70816 i }
Special Handling ] Biling Number
Fax (504) 363 -4732 i {
} P IN97441
Project 020601 RAGt WESTBANK ASBESTOS |
| Appearance Treatment | Asbestos Resuits Fibrous i Non Fibrous ) Optical
{1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotle 1 Celhulose "1 Quartz Properties
lz Grey 7 Black 2 Non-Fibrous |2 Heterogeneous (2 Crushed § :nn:::u;w“e § hG;"saw‘ml I;§ g;:um :
'3 TWl:ne g gllllj:r 3 Ober : g::, ) 3 gghss:c;ved 4 Tremo?ne 4 Syntheuc |4 Cal Carbonate ,
|5 Red 0 Orange 5 Actinolite s Other |5 Matnx | | va“ A
6 Crocidol 6 Wollastonite |6 Perlite ! 2 Srmgn :
|0 None Detected 7 Har 7 Other 3 Spectfy
Fibrous Non Fibrous # ;f— 1215-_’ ;s"mi‘
Sample Location | Appearance | Treatment % ASBESTOS Type % Type % Lavers THe ) oneme
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Analyst / M//Date 7/ 10 / 77 Computer
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250

Date



PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/9/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/10/97 900 AM
Baton Rouge LA 70816 ‘
Special Handling Biiling Number
Fax (504) 363 - 4732
IN97441
Project 020601 RAG1 WESTBANK ASBESTOS !
| Appearance | Treatment | Asbestos Results | Fibrous Non-Fibrous Optical
{1 Brown 6 Vanous | Fibrous !1 Homogeneous |1 Teased | Chrysoule t Cellulose 1 Quanz Properties
2 Grey 7 Black 2. Non-Fibrous 2 Heterogeneous '2 Crushed 2 Amosite 2 Glass 2 Mica
3 Tan 8 Siver 3 Other 3 Other 3 Dissolved 3 Anthophyllne 3 Min Wool 3 Gypsum
4 Whie 9 Blue 4 Layers (#) 4 Ashed [4 Tremoite 4 Syntheuc 4 Cal Carbonate
S Red 0 Orange ! | S Acunolite S Other S Matnx v s
__16 Ci 6 Wollastorute 6 Perlite 11, Swaege Y
0 None Detected 7 Har I7 Other 3 Somdy
. Fibrous Non-Fibrous # ;f_— -lf-_ 1--E-
| Sample Locatiorf Appearance LTreatment % ASBESTOS ' Type % ' Type o  Lavers el thonas
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Analyst/ AZV//’}//DK 77 /// [ 7 Computer

EMSL Analytical Inc 8330 E 75th St Suite 152 Indianapolis IN 46250




PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/9/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/10/97 900 AM
Baton Rouge LA 70816
Special Handling Biling Number
Fax (504) 363 4732
f IN97441
Project 020601 RAG1 WESTBANK ASBESTOS L .
ﬁ Appearance Treatment | Asbestos Results Fibrous . Non Fibrous - W
(1 Brown 6 Vanous [t Fibrous {1 Homogeneous |1 Teased 1 Chrysoule | Cellulose {l Quartz Properties
2 Grey 7 Black {2 Non-Fibrous |2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica ;
'3 Tan 8 Sitver 3 Other 3 Other 3 Dissolved |3 Anthophylite 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetic ‘4 Cal Carbonate
S Red 0 Orange 5 Actuinolite 5 Other |S Matnx |w.v,“ \ s
6 Crocidol 6 Wollastonite 6 Perlite ! 1 Swugh 2
0 None Detected 7 Hair 7 Other | 3 Spectly
| Fibrous ' Non-Fibrous Lo# ;:} ! Lew ;ﬁ
[ Sample | Location | Appearance | Treatment % ASBESTOS Type | % ! Type | % ' Layers gl i
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Analyst WL‘%& Date 7/ IO/ 7 Computer Date -

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapohs IN 46250




!

1t

OFFICIAL

CHAIN OF CUSTODY RECORD

101)9/'

Hor

Gl 2fihn i

PROJ N? PROJECT NAME
0
Ozé)f_.@” Westhank Asbestos NO 2
SAMPLERS (Signature) oF D}QQ/ .
Qe Roblons prence LA N7
o | @ TAINERS X
STA NO | DATE | TIME § g STATION LOCATION NN, EPA Toa b
7 Qg 14+
WBA B | a1z - Zret
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“ﬁja%u{ | lodio | X ||y £-0031%¢
el U Lot x L ( IX - 00315 F
Relinguished by (Signature) Date / Time | Received by [Signatwure) ﬁelmqmshed by (Swgnature) Date / Time | Received by (Signature)

Y llsncl (7.5
1 Retinquished by (s:gnar]ml Date / Time Received by K&,gna[,,ZJ Relinquished by (Signature) Date / Time | Received by (Signature)
Relinquished by (Signature) Date / Time |Received for Laboratory by Date / Time Remarks
{Signature)
Shipped by fED-— EX Airbill Number :g C)O 2750 3 g
Distnbution White Accompanies Shipment Pink to Coordinator Field Files
h
EPA 7500-53 Green to Report Yellow Raturns with Warrant 6" ( 8 8 ~
(11/96) OO0 !




OFFICIAL
CHAIN OF CUSTODY RECORD

24, 2

o 8§

{11/96)

PROJ NO PROJECT NAME /\
| -
OZOGRC.)A/AI Westhank ﬁﬁb@ sfos NO <
SAMPLERS (Signature) oF \0()
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Relinqytshed by (i‘%/ Date / Time | Receiyed by (Signature) Relinquished by (Signature) Date / Time | Received by (Signature)
Lol Wi \| St i s b
Relinquished by IS:gna/lul Date / Time R;ecelved by ){S:grrmllrel Rehinqu! hed by (“ignature) Date / Time Received by (Signature)
Relinquished by (Signature) Date / Time |Received for Laboratory by Date / Time Remarks
{Signature/)
Shippedby  FED _EX Awbill Number 270375039 5
Distribution White Accompanies Shipment Pink to Coordinator Field Files
EPA 7500-53 Green to Report Yellow Returns with Warrant 6" r) 8 8 5 9



6330 East 75th Street, Suite 152

EM SL A na l‘y t i ca l 9 I ncC. Indwanapolis, Indana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn  Larry Roedi

Ecology & Environmental Fnday July 11 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97455

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ANALYSIS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
wBS1029G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous | |
‘L —_— —_— —_— - — R et — — A_._l—- e — _— —— s - - - — —_ — 4
'WBS1029G02 | |Brown ~ lcrushea | <1%Chrysotle |, 80%Quaz |
| Non Fibrous | ’ < 1% Crocidolite 20% Other
l Homogeneous | |
| 1 _ ]
WBS259G01 Brown Crushed < 1% Chrysatile 80% Quartz
Non Fibrous < 1% Crocidolte 20% Other
Homogeneous
B
[WBS259G02 Brown Crushed < 1_°/: Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
—
WBS259G03 Brown Crushed None Detected ‘ 80% Quartz
Non Fibrous ! 20% Other l
| Homogeneous | ‘ i
L —— e o ]
WBS218G03 Brown  |Crushed | <1% Chrysotle T
Non Fibrous l < 1% Crocidolite 20% Other

Homogeneous [

Brown o Crushed I < { % Chrysotile ; " 80% Quartz
| !

-

Comments For ali obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

- % Z / -
ﬁmﬁewskn Approved N

Analyst Signatory

Disctaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The abave test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contatn at least one signature to be valid

Laboratory 15 not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolts (NVLAP Air and Bulk #200188-0)




EMSL Analytical, Inc.

SAMPLE
wBSs809G01

WBS704G01

WBS260G01

[
WBS260G02

Attn  Larry Roedl

Ecology & Environmentai
11550 New Castle Avenue
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Fnday July 11 1997

Ref Number IN97455

| POLARIZED LIGHT MICROSCOPY (PLM) |
Performed by EPA 600/R-93/116 Method* ,

Project 020601 RAG1 WESTBANK ANALYSIS

SAMPLE ASBESTOS NONASBESTOS

LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Crushed < 1% Chrysotile 80% Quartz

Non Fibrous 20% Other

Homogeneous

Brown Crushed 3% Chrysotile 80% Quartz

Non Fibrous < 1% Crocidolite 17% Other

Homogeneous

Brown Crushed None Detected 80% Quartz

Non Fibrous 20% Other

Homogeneous

_ | |

Brown Crushed < 1% Chrysotile 80% Quartz

Non Fibrous 20% Other

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Py -

Jone Wasilewski

Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

Approved
Signatory




PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/10/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/11/97 900 AM
Baton Rouge LA 70816
| Special Handling Billing Number
Fax (504) 363 -4732
| IN97455
Project 020601 RAGT WESTBANK ANALYSIS L
Appearance Treatment | Asbestos Results Fibrous Non Fibrous ’ Optical
1 Brown 6 Vanous ! Fibrous [l Homogeneous |1 Teased 1 Chrysoule 1 Cellulose 1 Quartz | Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous (2 Crushed 2 Amoste 2 Glass 2 Mica i :
3 Tan 8 Sdver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum }
14 Wiite 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthenc 4 Cal Carbonate !
rd” o ona | | ; o e 2 x|
’ 0 None Detected 7 Har 7 Oether ::‘:‘%‘ ’
Fibrous Non Fibrous # ;;E-p;f; ;&
[ sample Location | Appearance | Treatment | % ASBESTOS Type | % !Type o, Layers el e
R P ST O e TR I VAR
1 |
} 'O i ! ‘ | 7 ;O ' M ’ S
l > i
‘ | — < | | #C BRECD i
G0 2 ) b=« 720 v
| ( r;}_ \B \ E || 3
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| | ’ A j VAR s | :
| | | I S | IS S
! | | I ’
| -5 LI g0 sw ! astan
{ >
WGBS 704U 2 > L E—< 717 L1
| zt - ST
é/ >
Analys // Date 7% ’/ 7 Computer Date -

EMSL Analytical inc 6330 E 75th St Suite 152 Indianapolis IN 46250




PLM Analysis Worksheet

Chient Ecology & Environmental Logged 7/10/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/11/97 9 00 AM
Baton Rouge LA 70816 ;
‘ Special Handling Billing Number
Fax (504) 363 4732
IN97455
Project 020601 RAG1 WESTBANK ANALYSIS |
i Appearance l Treatment L Asbestos Resuits Fibrous [ Non Fibrous ; Optical
"1 Brown 6 Vanous |1 Fibrous "I Homogeneous |1 Teased |1 Chrysotile 1 Celulose 1 Quartz | Properties
12 Grey 7 Black {2 Non-Fibrous ‘2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica [
3 Tan 8 Siiver :3 Other 3 Other 3 Dissolved 3 Anthophyllte 3 Min Wool 3 Gypsum
4 White 9 Blue |4 Layers (#) 4 Ashed )4 Tremohte 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange ! ! 5 Actinolite S Other 5 Matnx v s
! | i 6 Croadol 6 Wollastomte 6 Perlite ;mzu H
0 None Detected 7 Har 7 Other 3 ooty .
| Fibrous Non Fibrous  # |[i7= vim o
& Sample | Location | Appearance | Treatment % ASBESTOS Type | % | Type | % jLAvers| |iwe |owm
. 7 1 I
] /I{ o |
'W(bssncog,Im , ]; ) ¢ D | 1 | iq() v s
t I t i ! 7 i & ‘
( ! \ ' | » B E
N | .
T I |
[ [—<| [ §0 [ sH 158
. PR j M s
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o _ Y o2
| I
' | | \ s
i P B E
! ! | I
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. P B E
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1
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|
! | ! { P B E
) - I I
_— b
1 M S
- | -
! P B E
j— I | ! |
1 i , , i | | i
i | — | X
I ] M s !
| ! ! § }_____'
| } | I i |» B E
' { ‘ ‘ | I I
___._J J ! ! ! i }
k | { i : f i | M s |
i I | i |
| | T e
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% % 7// / /f 7Computer

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250

Date



ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
CHAIN OF CUSTODY RECORD

‘PROJQN:) PROJECT NAME
G
0262 ag1__|Ne siband.  Asbestus NO (&
SAMPLERS (Signature) ¢
wé/ . &
"76*'0 % /‘"/{ CON N\ REMARKS
i s | @ ' TAINERS Ay
TA NO | OATE | TiME | & STATION LOCATION N
o 8|5 » LPA Tag
07/0 J
ol 19" o830 [X X b-003769
\
__ami U o83 X A b-00374b
°qio| X l X §-oo 3767
o4 | X I |X §-00374%
oI5| x )| X b-003749
(.00 (1A (003775
[04s [X X 4-00374 A
9| x 1 |¥ (,003770
1355 | X L-00377!
1358 | X X L-003772
\.\
B
N\\ \ﬁ/
i
Ryshed by (Signacure) Date / Time Rewy /Islgndtwe/ Rehingquished by (Signature) Date / Time Received by (Signature)
o )7 7y 17
W M 7’ 7’?? /é,?// /Z‘/ ’Z‘“ﬁ/\ 4 _
Relinquished by (Signature) \ Date / Time | Received by {Slyn:lurel Relinquished by (Signature) Date /Time | Received by (Signature)
Ralinquished by (Signature) Date / Time | Received for Laboratory by Date /Time Remarks
{Signature)
Shipped by FEQ~ El Awbill Number 3 f} 0 3)1- GO %Ob
Distribution White Accompanies Shipment Pink to Conrdinator Field Files
EPA 7500-53 Green to Report Yellow Returns with Warrant 6' y R ;:) ~ =

(11796)



»

6330 East 75th Street, Suite 152

E M S L A nalyt ica l , I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn  Larry Roed!

Ecology & Environmental Monday July 14 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number [IN97461

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method™*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
(W33956661_ 'Brc;\;; " lcrushed ] <1 %vChrysotII;e I 80% Quartz
| Non Fibrous < 1% Crocidolite 20% Other
I Homogeneous
WBS393G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS258G01 Brown "~ fcrushed | <1% Chrysotile 80% Quartz
Non-Fibrous 20% Other
Homogeneous
"
WBS258G02 Brown Crushed < 1% Chrysotile 80% Quartz
| Non Fibrous < 1% Crocidolite 20% Other
i Homogeneous
Lo S B} A .
WBST716G01 'Brown  |Crushed N < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS716G02 Brown lCrus;c;d T <% Chr;s;tlle 80% Quartz
Non Fibrous |o< 1% Crocidolite 20% Other
’ Homogeneous .
L .

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198-1 Method

-~ &/

)27%1—: Philips ; Approved

Analyst Signatory

Disctaimers PLM has been known to miss asbestos 1n a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the chent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




EMSL Analytical, Inc.

SAMPLE
WBS716G03

wWBS697G01

WBS697G02

wWBS697G03

wBS558G01

wWBS1028G01

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250

Atin  Larry Roedl
Ecology & Environmental
11550 New Castle Avenue

Phone (317) 570-5892  Fax (317) 570-5894

Monday July 14 1997

Baton Rouge LA 70816 Ref Number IN97461
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolte 20% Other
Homogeneous

Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Brown Crushed 3% Chrysotile 80% Quartz
Non Fibrous 1% Crocidolite 16% Other
Homogeneous

Brown Crushed < 1% Chrysotile 80% Quartz
Non-Fibrous 20% Other
Homogeneous

Brown Crushed < 1% Chrysotile B 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘'# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

{

~,

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapohs (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i ca l ’ I nc. Indanapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn  Larry Roedl

Ecology & Environmental Monday July 14 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97461

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS559G01 Brown Crushed < 1_%“Cf;rys‘ot_|; ] 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS559G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Lz _

ane Wasillewski Approved
Analyst Signatory

Disctaimers PLM has been known {o miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory ts not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/11/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/14/97 915 AM
Baton Rouge LA 70816 T
| Special Handling ! Billing Number
Fax (504) 363 -4732 : |
: IN97461
Project 020601 RAG1 WESTBANK ASBESTOS J‘
r Appearance | Treatment | Asbestos Results Fibrous | Non Fibrous ! Optical
| 1 Brown 6 Vanous !1 Fibrous | Homogencous (1 Teased |1 Chrysoule 1 Cellulose 1 Quartz ,  Properties
{2 Grey 7 Black 2 Non-Fibrous 2 Heterogenecous 2 Crushed 2 Amosne 2 Glass 2 Mica ;
|3 Ten 8 Siver 13 Other 3 Other {3 Dissolved 3 A il 3 Min Wool 3 Gypsum
|4 Whte 9 Blue 4 Layers (#) |4 Ashed 4 Tremohtc 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange ' 5 Acunolite 5 Other 5 Matnx Iwﬂ\l . s
! 6 Crocidol 6 Wollastonite 16 Perhite 2 Srupt
» " 0 None Detected 7 Har 7 Other 3 Spectty
- " Fibrous Non Fibrous ' v =N
| Sample Location Appearance | Treatment % ASBESTOS | Type | % I Type L % ‘Layers el anal
, ' : , .
l [=<[% + I &0 ’ /.5‘/ il.sf 171
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Analyst MM& Date _7 / /4/ 97 Computer Date __ -

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



PLM Analysis Worksheet

~

Chent Ecology & Environmental Logged 7/11/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/14/97 915 AM
Baton Rouge LA 70816 , —
| Special Handling |, Biling Number
Fax (504) 363 - 4732 i |
} , IN97461
Project 020601 RAG1 WESTBANK ASBESTOS | !
Appearance Treatment | Asbestos Resuits Fibrous | Non Fibrous ! Optical
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotile 1 Cellulose 11 Quanz \ ,  Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica ;
3 Tan 8 Sitver 3 Other 3 Other 3 Dissoived {3 Anthophyll 3 Min Wool 3 Gypsum \
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate |
S Red 0 Orange 5 Actinolite S Other 5 Matnx | IWWM . S )
6 Crocidol 6 Wollastonute 6 Perlite i 2 Swaage 2
- 0 None Detected 7 Har 7 Other ! 3 Specty !
Fibrous Non Fibrous  # [ive 1um -mm_:u“
l Sample Location Appearance Treatment' % ASBESTOS Type % Type % Lavers el e
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Analyst /% % 7/// M; Computer Date -

EM. alytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250




'

OFFICIAL
CHAIN OF CUSTODY RECORD

¢Z J yo PROJECT NAME
etk Aahabe 1 N [
SAMP ERS (Signature) A oF %é”\
M CON Ké) REMARKS
o TAINERS o

STA NO | DATE | TIME §
S agl [SH° |03 A 6~ 00577
%#; EB o925 X | X ¢~ (o 27233
Y| L lodsoly WANED § b= 0237C
w}.‘a«fj Jsgo |K I ¥ L- 663339
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Relinquished by (Signature) Date / Time eceived by (Signature) Relinquished by (Signature) Date / Time | Received by (Signature)
- s
DZ) l 47 {1y 257 75
Relinquished by (Signature) Date /Time |Received by (Signature) Relinquished by (Signature) Date / Time | Received by (Signature)

Relinquished by (Signature)

Date / Time

Recewved for Laboratory by
{Signature)

Date /Time

Spoetty P77 7 xpecss

Arbill Number 990375 (N 4/ 2./

- Dusmbutlon White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant

EPA 7500-53
(11/96)

Remarks
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6330 East 75th Street, Suite 152
Indanapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

EMSL Analytical, Inc.

Attn  Larry Roed|
Ecology & Environmental
11550 New Castle Avenue

Tuesday July 15 1997

Baton Rouge LA 70816 Ref Number IN97471
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS1014G01 Brown Tcrushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS1014G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS1014G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS1027G01 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous

[WBS1052G01 Brown Crushed " 1% Chrysotile 80% Quatz ||
Non Fibrous 1% Crocidolite 18% Other
Homogeneous

WBS1052G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

O 2 LLIAA

ne Wasillewski Approved
Analyst Signatory

Disctaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot

ba guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Atr and Bulk #200188-0)

M



6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

EMSL Analytical, Inc.

Attn  Larry Roed|
Ecology & Environmental
11550 New Castle Avenue

Tuesday July 15 1997

Baton Rouge LA 70816 Ref Number IN97471
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS1052G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

'WBS560G01 Brown Crushed <1% Chrysotle | 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS235G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS235G02 Brown Crushed < 1% Chrysotie 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS235G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS927G01 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous 1% Crocidolite 17% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

(/Jo/ne Wasilewski Approved

Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible sted to physically separate and analyze layered samples

Al pedormed b Mob




EMSL Analytical, Inc.

Attn  Larry Roed|

Ecology & Environmental
11550 New Castle Avenue
Baton Rouge LA 70816

6330 East 75th Street, Suitte 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Tuesday July 15 1997

Ref Number iN97471

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601

RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS927G02 Brown Crushed 2% Chrysotile ) 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous

— — do o .

WBS927G03 Brown "~ crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS927G04 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also ‘# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198-1 Method

7 g

%e Wasilewsks

Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Gavernment All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapohis (NVLAP A

»

2%

Approved
Signatory

ir and Bulk #200188-0)
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/14/97 TAT 1 Day
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Baton Rouge LA 70816 ,
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t
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ENVIRONMENTAL PROTECTION AGENCY
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6330 East 75th Street, Suite 152

E M S L A na lyt i ca l y I nc. Indwnapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Lamry Roedl

Ecology & Environmental Wednesday July 16 1997
11550 New Castle Avenue

Baton Rouge LA 70816 Ref Number [IN97490

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 026010 RAGI -WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS403G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS403G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS714G01 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous 1% Crocidolite 17% Other
Homogeneous

WBS763G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS1043G01 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS1043G02 Brown Crushed 3% Chrysotile " 80% Quartz
Non Fibrous 17% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Py

Jane Wasilewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a smail percentage of samples which contan asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

EM SL Analyt i cal 9 I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Larry Roed|

Ecology & Environmental Wednesday July 16 1997
11550 New Casfle Avenue

Baton Rouge LA 70816 Ref Number IN974%90

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 026010 RAGI -WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS404G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS404G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS404G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS718G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS718G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

wWBS718G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non-Fibrous < 1% Crocidolite 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

(/)one Wasllewski Approved Q

Analyst Signatory

Disctaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laborato s when requested to physically separate and analyze layered samples

ARalysIs Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i ca l i I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892  Fax (317) 570-5894

Attn  Larry Roedl

Ecology & Environmental Wednesday July 16 1997
11550 New Castle Avenue

Baton Rouge LA 70816 Ref Number IN974%90

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 026010 RAGI -WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS236G01 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolte 18% Other
Homogeneous

WBS1044G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

wBS872G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS232G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS224G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS224G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ' of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198-1 Method

Jd’r?e Wasilewski Approved \\
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

d by EMSL of Indianapalis (NVLAP Air and Butk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na l)ft i ca l ’ I nc. Indanapolss, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Larry Roed|

Ecology & Environmental Wednesday July 16 1997
11550 New Castle Avenue

Baton Rouge LA 70816 Ref Number IN974%90

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 026010 RAGI -WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS224G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for fayered samples each component is analyzed separately
Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

C%,%c/’ %

Jane Wasilewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 4
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Ama i -by-BMMS otindianas (ld.Ap Acand Rulic200188:0}

t4 g




PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/15/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/16/97 930 AM
Baton Rouge LA 70816
Special Handling ) Biling Number !
Fax (504) 363 - 4732 I
|, IN97490
Project 026010 RAGI -WESTBANK ASBESTOS I
f Appearance Treatment | Asbestos Results Fibrous | Non Fibrous } Optical }
1 Brown 6 Vanous | Fibrous | Homogeneous |t Teased  |! Chrysonle 1 Cellulose | Quarz i Properties |
2 Grey 7 Black 2 Non-Fibrous  [2 Heterogeneous (2 Crushed {2 Amosite 2 Glass 2 Mica ; 1
3 Tan 8 Siiver 3 Other 3 Other 3 Dissoived |3 Anthophyllite 3 Min Wool 3 Gypsum I i
4 White 9 Bhue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate |
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/15/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/16/97 930 AM
Baton Rouge LA 70816
Special Handling ,' | Biling Number
Fax (504) 363 - 4732 [
|| IN97490
Project 026010 RAGI -WESTBANK ASBESTOS i
Appearance Treatment | Asbestos Results Fibrous Non Fibrous | Optical '
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotle 1 Cellulose 1 Quanz Propemes 1
2 Grey 7 Black 2 Non-Fibrous |2 Heterogeneous [2 Crushed |2 Amosite 2 Glass 2 Mica i —
3 Tan 8 Silver 3 Other 3 Other 3 D lved |3 Anthophyil 3 Min Wool 3 Gypsum i
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
[3Ret O Oree 6 Croadoi & Wolnstonte s perie T
0 None Detected 7 Har 7 Oetrh::re im N
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PLM Analysis Worksheet

Chient Ecology & Environmental Logged 7/15/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/16/97 930 AM
Baton Rouge LA 70816 " i
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6330 East 75th Street, Suite 152

E M S L A nalyt ica l ’ I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Barbara Storey

Ecology & Environmental Thursday July 17 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97513

' POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

I
Project WESTBANK ASBESTOS SITE 020601RAGH1

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROU$

WBS869G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS225G01 Brown Crushed 2% Chrysotile T 80% Quartz
Non Fibrous < 1% Crocidolte 18% Other
Homogeneous

WBS562G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

- 1

WBS562G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS532G01 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous

l |

WBS532G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

L _ ! SR A R - . _

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Sz (

Jane Wastlewski Approved
Analyst Signatory

~

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysts performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




-“E SL A l t o l I 6330 East 75th Street, Suite 152
/u na 1C Indianapolis, Indiana 46250
y a b4 nc. Phone (317) 570-5892  Fax (317) 570-5894
Atin  Barbara Storey
Ecology & Environmental
11550 New Castle Avenue
Baton Rouge LA 70816

Thursday July 17 1997

Ref Number IN97513

POLARIZED LIGHT MICROSCOPY (PLM)

| Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS SITE 020601RAG1

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROU$
WBS532G03 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS630G01 Brown Crushed N None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

— //// / \
Jane Wasilewski Approved
Analyst

Signatory

Disclaimers PLM has been known to nuss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with wntten approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vaid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)




PLM Analysis Worksheet

n

Chient Ecology & Environmental Logged 7/16/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/17/97 9 58 AM
Baton Rouge LA 70816 I i
Special Handling ! | Biling Number
Fax (504) 363 - 4939 5 I
i . IN97513
Project WESTBANK ASBESTOS SITE 020601RAG1 \ ‘ i
Appearance Treatment | Asbestos Results Fibrous | Non-Fibrous | i Optical
t Brown 6 Vanous 1 Fibrous 1 Homogencous |1 Teased "t Chrysoule 1 Cellulose 1 Quanz | I Properttes
12 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed ;2 Amoste 2 Glass 2 Mica | ' . v
3 Tan 8 Siiver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum
L4 White 9 Bhue 4 Layers () 4 Ashed 4 Tremolte 4 Synthetic 4 Cal Carbonate
;5 Red 0 Orange S Actinolite 5 Other S Matnx ! va“ , s
16 Croadol 6 Wollastonste 6 Perlite 2 Srughe 1
0 None Detected 7 Hur 7 Other 13 Spocdy
Fibrous Non-Fibrous  # live 1im 'ﬁ‘
Sample Location | Appearance | Treatment % ASBESTOS Type | % |{Type | % [Layers| " | us [iols
" ] —< i t | 20 TR SREE
WS §616-0\ J ' Y s
) 10 Zlao T
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c /7 - > 9\ L oy
\WG)éBOG‘U' [ S b‘sil\ {“E —3:0 3 B E

Date

'/Z%D/ate Z / 7{ é- 7Computer

Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250




OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ NO PROJECT NAME
OLOLOIRAG] Westpank HKposfos St | &
SAMPLERS, 1Signar o (é“')
CK‘MLYZ'!W \ / CON \k‘ REMARKS
k a [} TAINERS
STA NO \%}3\1;5\ TIME § g STATION LOCATION ; (j}/g\ épA %:‘g
b1 |75 | X { dbasug
;;é;? v s X L IX - 0D,
23 ) ss X X L ouelp
2l lusy [ L | P
| 453 10 L W (862579
_% Ny | M0 % L_IX L pY2ceD
B Y 12;( L \ % b ovash
w 0
paraAnTaE N o
)\\\ 1 -
\l\ WaVa) AN —t
W%;w\;\
\..\\-_\‘

I

Relinquished by (Signature} Date / Time | Received by (Signature) Relinquished by (Swgnarure) Date / Time Received by (Signature)
Relmquam by (Signature) Date /Time |Received by (Signature} Relinquished by (Signaturae) Date / Time | Received by (Signature)
Relinquished by (Signature) Date / Time | Received for Laboratory by E;{P /Tum? Remarks
{Signature)
Shipped by @@L Awrbill Number % b’b"’l Soq'b 7
. Distnibution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Reaturns with Warrant
EPA 7500-53 port Tellow Heturns wi 8- U887 i
«(11/96)




}?MSL Analytical, Inc.

6330 East 75th Street, Suite 152
Indanapolis, Indiana 46250

Phone (317) 570-5892  Fax (317) 570-5894
Atin  Larry Roed!
Ecology & Environmental Fnday July 18 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97520
— e —
| POLARIZED LIGHT MICROSCOPY (PLM)
f
Performed by EPA 600/R-93/116 Method*
Project 020601 RAGI WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS405G01 Brown  |Crushed ) }M < 1% Chrysotile B 80% Quartz
Non Fibrous < 1% Crocidolte 20% Other
Homogeneous
WBS405G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous ’ |
Lo~ S S L ]
(WBS405G03 Brown "~ lCrushed | < 1% Chrysotile | o  80%Quartz
Non Fibrous ‘ i 20% Other
Homogeneous ‘ | ‘
1
o o
WBS405G04 Brown Crushed | <1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous ' ! |
[ _ J o
WBS564G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous __J
WBS553G01 | Brown  |Crushed "1 "<1% chrysotie 80% Quartz
Non Fibrous | <1% Crocidolite 20% Other
Homogeneous ’
l 1 . ! o I
Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component I1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method
raaref Philips Approved
Analyst Signatory
Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced n full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd
Laboratory 18 not responsible for the accuracy of results when requested to physically separate and analyze layered samples
lis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

k M S L A na lyt i cd l y I nc. Indanapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Aln Larry Roed!

Ecology & Environmental Fnday July 18 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97520

F POLARIZED LIGHT MICROSCOPY (PLM)
‘ Performed by EPA 600/R-93/116 Method*

Project 020601 RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS567G01 own [Crushed ' 1% cChrysotle | T 80% Quartz
on Fibrous | 1% Crocidolite 18% Other
WBS567G02 "~ Crushed | <1% Chrysotile 80% Quartz
< 1% Crocidolite 20% Other
WBS634G01 Crushed | < 1% Chrysotie ) 80% Quartz ]
’ < 1% Crocidolite r 20% Other
? |
WBS630G02 Crushed | < 1% Chrysotile y 80% Quartz
| <1% Crocidolite , 20% Other
WBS868G01  ICrushed < 1% Chrysotile I T 8% Quatz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

arqgafet Philips Approved Q
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may onfy be reproduced in full with written approvai by EMSL The above test must not be used by the chent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

byoro-pariormectbi-EMSL ot Indianacglis (INVLAP Arr and Bulk #200188-0)




PLM Analysis Worksheet

Chient Ecology & Environmental Logged 7/17/97 TAT 1 Day /
Address 11550 New Castle Avenue Date/Time Due 7/18/97 930 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 -4732
IN97520
Project 020601 RAGI WESTBANK ASBESTOS
! Appearance Treatment ] Asbestos Resuits Fibrous Non Fibrous Optical
| Brown 6 Vanous |1 Fibrous |l Homogeneous |1 Teased | Chrysotile 1 Cellulose 1 Quartz Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous (2 Crushed 2 Amosite 2 Glass 2 Mica ;
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved 3 Anthophyllite 3 Min Wool 3 Gypsum
4 White 9 Blue |4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orenge 5 Actinolite 5 Other S Matnx
' — D Now Detected o [ er
Tj Fibrous Non-Fibrous #
(_ wia@pf__ Location |AppearancejTreat_nlte_rlt_L_ _.% ASBESI9§_ ‘ Type ' % Type % Layers
/ L— < / 9o i go
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AnalystW'P/uu;ﬁ Date _1 ) 18/ 47 Computer Date _____ -

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapohs IN 46250




PLM Analysis Worksheet

9

Client Ecology & Environmental Logged 7/17/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/18/97 930 AM
Baton Rouge LA 70816 ,
Speclal Handling " Billing Number
Fax (504) 363 -4732 [
IN97520
Project 020601 RAGI WESTBANK ASBESTOS {
i Appearance Treatment | Asbestos Results Fibrous Non Fibrous ‘ Optical |
1 Brown 6 Vanous 1 Fibrous | Homogeneous |1 Teased I Chrysotle 1 Cellulose | Quartz ! Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous 12 Crushed 2 Amosite 2 Glass 2 Mica :
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyll 3 Min Wool 3 |
4 White 9 Blue [4 Layers (%) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
S Red 0 Omange 1 i 5 Acunoite 5 Other 5 Matnx ' w “ . s
6 Crocdol 6 Wollastorute 6 Perhite 'Lsnzu kS
0 None Detected 7 Har 7 Other 3 Specty
Fibrous Non Fibrous  # |1 o | s)r-_nL
Sample Location Appearance Treatment % ASBESTOS Type % . Type o Layers| liwe |rowe
| | |
| [ =<1 % .l &0 (54 155 ]
M s ]
l 4 2 (-<l% 71 2o [T 2
1 1 [
(WB5634 401 | | all
i 7 I , ] 5n
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i R | 1
| I ™ s
1 ———— —
P B E
Analyst Date l/l 8 / 17 Computer Date -
7

EMSL Analytical Inc

6330 E 75th St Suite 152 Indianapolis IN 46250



ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ NO PROJEJ;ZZ

¢Zé[¢ léﬁ/ é{ %[ar/a{' NO

SAMPLER s OF

L con V/\ . REMARKS
/t N TAINERS L s
STA NO | DATE | TIME § STATION LOCATION F £ Tocn #
J
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Relinquished by (Signature) Date / Time | Received by (Signsture} Relinquished by (Signature) Date / Time | Recewved by (Signature)

Magiedin Ve OD PPl ol 9 5dam

Relnnqmed by (slgnarum Date / Time Received by (Signature) Rehingquished by (Signature) Date / Time Received by (Signature)
Relinquished by (Signature) Date / Time | Recewed for Labordatory by Date /Time Remarks

— {Signature) ]
Shippedby Y=o A \—nx Arbill Number  SHATZ03 i
DuslnbutE\ White Accompanies Shipment Pink to Conrdinator Field Filas
EPA 7500-53 Green to Report Yellow Returns with Warrant 6 ” Q g 2
- - ¢ T

(11796)



6330 East 75th Street, Suite 152
Indanapolis, Indiana 46250

EMSL Analytical, Inc.

Attn  Barbara Storey
Ecology & Environmental
11550 New Castle Avenue

Phone (317) 570-5892  Fax (317) 570-5894

Wednesday July 23 1997

Baton Rouge LA 70816 Ref Number IN97549
— el — = -- o
! POLARIZED LIGHT MICROSCOPY (PLM)
| Performed by EPA 600/R-93/116 Method* !
L y |
Project 020601 RAGI WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS236G04 Brown Crushed | <1% Chrysotile o 40% Quartz
! Non Fibrous < 1% Crocidolite 60% Other
Homogeneous
[(WBS236G02 Brown Crushed <1%Chiysotle |  40% Quartz B
Non Fibrous < 1% Crocidolite 60% Other
Homogeneous I
o -~ — — — _——— -~ _ = = J— —- — —_— ——
WBS236G03 Brown Crushed ‘| <1%Chrysotle ~ 40%Quartz |
Non Fibrous i < 1% Crocidolite 60% Other
Homogeneous 4 J
L B 0
WBS236G05 Crushed 1 2%cChysotle  + 40%Quaz
Non Fibrous < 1% Crocidolite 58% Other
! Homogeneous ,
L - N 0 ~
WBS695G01 Brown  |Crushed } <1% Chrysotle | T 40% Quarz
Non Fibrous : 60% Other
Homogeneous i i
| . I | — [ I . -
Brown Crushed I < ;%Chry_sotmlle_ T 80% Quartz
X Non Fibrous 20% Other
i Homogeneous I
— i

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately

Also '# of Layers refers to number of separable subsamples
*NY samples also analyzed by ELAP 198 1 Method

S 2l

%e Wasllewski

Analyst

-

Approved
Signatory

Disclaimers PLM has been known to miss asbestos i a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The abovs test report relates only to the items tested Thus report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory Is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapohs (NVLAP Air and Bulk #200188 0)




6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

EMSL Analytical, Inc.

Attn  Barbara Storey
Ecology & Environmental Wednesday July 23 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number [IN97549
l — S
POLARIZED LIGHT MICROSCOPY (PLM) 1
Performed by EPA 600/R-93/116 Method* §
—_— ]
Project 020601 RAGI WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS1000G02 brow; T C:ushe;j None Detected [ 80% 6uartz -
Non Fibrous f 20% Other
Homogeneous
WBS853G01 Brown Crushed " None Detected 80% Quartz
Non Fibrous 20% Other
| Homogeneous
| B} R S
WBS853G02 Brown Crushed 7 "<1% Chrysole | 80% Quartz -
Non Fibrous | <1% Crocdolite 20% Other
Homogeneous ;
| WBS853G03 Brown " orushed T <t1%Chrysote | &0%Quatz
. Non Fibrous ‘ < 1% Crocidolite 20% Other
| Homogeneous :
. S N - _ e 1
WBS853G04 Brown Crushed | <1% Chrysotile 1_ T 7 T 80% Quarz
Non Fibrous 20% Other
Homogeneous ‘
L S R I T
[WBS853G05 1Brown T aas‘hed‘ S < 1% Chrysotﬁe - o _8@: Quartz ‘
Non Fibrous < 1% Crocidolite 20% Other
~ Homogeneous
Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately
Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method
Jane Wasilewski Approved
Analyst Signatory
Disclaimers PLM has been known to migs asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report retates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at jeast one signature to be valid
Laboratory ts not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapotis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i cd l ’ I ncC. Indanapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Barbara Storey

Ecology & Environmental Wednesday July 23 1997
11550 New Castle Avenue

Baton Rouge LA 70816 Ref Number [IN97549

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS953G01 Brown ~ [crushed | <1%Chrysotle | © 40% Quartz
Non Fibrous < 1% Crocidolite 60% Other
Homogeneous *
WBS516G01 Brown Crushed T <1%Chrysotle  80% Quanz
Non Fibrous i < 1% Crocidolite 20% Other
Homogeneous |
b | N —— 1 o - B} .
WBS.5_1EC£0£ n Brown T (Erus.h;d - <1% Chrysotﬁe S B B 86% aljaz -
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS516G03 Brown Crushed < 1% Chrysotile o 80% Quartz
| Non Fibrous < 1% Crocidohte 20% Other
Homogeneous !
WBS516G04 Brown Crushed <1% Chrysotle | o 80% Quarz
Non Fibrous | 20% Other
i Homogeneous 1
_— - - I - S |
wWBS818G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous | 20% Other
Homogeneous ‘
|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

W/Mm { 274

g\’orqoref PhI"ID{ Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested Thus report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at {east one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis {(NVLAP Air and Bulk #200188-0}




6330 East 75th Street, Suite 152

EMSL Analytical y Inc.  mdanapois, induna 46250

Phone (317) 570-5892  Fax (317) 570-5894

Altn Barbara Storey

Ecology & Environmental Wednesday July 23 1997
11550 New Castle Avenue

Baton Rouge LA 70816 Ref Number IN97549

POLARIZED LIGHT MICROSCOPY (PLM) N
Performed by EPA 600/R-93/116 Method* _I

Project 020601 RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS818G02 owr o Egs;e; ] None Detected “ - o 80% Quartz
| 20% Other
: |
WBS818G03 Crushed < 1% Chrysotile N 80% Quartz
} < 1% Crocidolite 20% Other
|
[ I B o e
WBS818G04 Crushed T <1%chrysotte | 80% Quartz
i 20% Other
| !
(WBS818G05 "~ [Crushed _j < 1%vE:hrysot|Ie 80% Quartz i }
; ! < 1% Crocidolite 20% Other i
i ‘ !
| .
I _ - _ o - - o
[wBS1116G01 Brown  |Crushed <1%Chysotle T so%auaz |
< 1% Crocidolite 20% Other
B - N }
WBS1116G02 Crushed 1°/:C—hrysot||e N _‘{ - o 80% Quartz
1% Crocidolite I 18% Other
_____ - _ ! _ - e _l

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

argaret Phillips Approved <
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 4
may only be reproduced in full with wrnitten approval by EMSL The above test must not be used by the citent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Arr and Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i ca l y I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Barbara Storey

Ecology & Environmental Wednesday July 23 1997
11550 New Castle Avenue

Baton Rouge LA 70816 Ref Number IN97549

| POLARIZED LIGHT MICROSCOPY (PLM)
’ Performed by EPA 600/R-93/116 Method*

Project 020601 RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
(WBS1116G03 [Brown Crushed | "<1% Chrysotle 80% Quartz
Non Fibrous ‘ < 1% Crocidolite 20% Other

Homogeneous 1 ‘

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

W%/m _ A

argaret Phillips Approved
Analyst Signatory

Disclaimers PLM has been known tc miss asbestos in a smalt percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 5
may only be reproduced in full with wnitten approval by EMSL The above test must not be used by the chient to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory I1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapohs (NVLAP Air and Bulk #200188-0)
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/22/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/23/97 930 AM
Baton Rouge LA 70816 e ———— e
‘ Special Handling Biling Number
Fax (504) 363 4732
1 IN97549
Project 020601 RAGI WESTBANK ASBESTOS
! Appearance [ Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous | Homogeneous 1 Teased 1 Chrysoule 1 Cellulose 1 Quartz PI’Opemes
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amoste 2 Glass 2 Mica e
3 Tan 8 Silver 3 Other 3 Other 13 Dissolved 3 Anthophyll 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange , | 5 Actnolite S Other 5 Matnx Iw”“ , s
6 Croadol 6 Wollastonite 16 Periite 12 Swugh 2
0 None Detected 7 Har 7 Other 3 Specdy
! Fibrous Non Fibrous | # In\{: 'J.;‘BL ;;;_-_;“
Sample Location | Appearance | Treatment % ASBESTOS Type | % 'Type | % ‘Layers Yo [3 O
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250

Date



PLM Analysis Worksheet p

Clhient Ecology & Environmental Logged 7/22/97 TAT 1 Day
Address 11550 New Castie Avenue Date/Time Due 7/23/97 9 30 AM
Baton Rouge LA 70816 1 —
| Special Handling || Biling Number
Fax (504) 363 - 4732 |
IN97549
Project 020601 RAGI WESTBANK ASBESTOS \ 3y
} Appearance Treatment | Asbestos Results Fibrous ' Non Fibrous Optical
T Brown 6 Vanous ]I Fibrous | Homogencous |1 Teased 'l Chrysotle 1 Cellulose 11 Quanz | Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 12 Amose 2 Glass 12 Mica ! P
3 Tan 8 Stlver 3 Other 3 Other 3 Dissolved '3 Anthophyil 3 Min Wool b Gypsum I
4 White 9 Blue 4 Layers (#) 4 Ashed '4 Tremolite 4 Syntheuc '4 Cal Carbonate
5 Red 0 Orange 5 Actmolite 5 Other S Matnx , cw L . 3
! 6 Crocxdol 6 Wollastomite 6 Periite 2 Srgn :
0 Vom_l)_etfstfd______ 7 Har 7 Other 3 j"‘” o
L . Fibrous Non Fibrous # ;\'. ;u& nl;-_f-“
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250




. PLM Analysis Worksheet

Clhient Ecology & Environmental Logged 7/22/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/23/97 9 30 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
IN97549
Project 020601 RAGI WESTBANK ASBESTOS
r Appearance Treatment[ Asbestos Results Fibrous Non Fibrous | Optical
i1 Brown 6 Vanous | Fibrous h Homogeneous |1 Teased 1 Chrysotle I Ceftulose 1 Quartz ! Properties !
2 Grey 7 Black 2 Non-Fibrous iz He(erogcneou; 2 Crushed z Amome 2 Glass 2 Mica . —
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved yll 3 Min Wool 13 Gypsum |
Y4 White 9 Blue l 4 Layers (#) 4 Ashed 4 Tmnohu 4 Syntheuc 14 Cal Carbonate
sl oome = 1 = b
[0 None Detected 7 Har 7 Other ey *
JK Fibrous Non-Fibrous  # |ive 1w T
] Sample | Location | Appearance | Treatment| % ASBESTOS Type | % Type | % Lavers R e
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapaolis IN 46250



PLM Analysis Worksheet

Client Ecology & Environmentai Logged 7/22/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/23/97 9 30 AM
Baton Rouge LA 70816 .
Special Handling Billing Number
Fax (504) 363 4732
IN97549
Project 020601 RAGI WESTBANK ASBESTOS
! Appearance ; Treatment r Asbestos Results | Fibrous ¢ Non-Fibrous Opticai B
{1 Brown 6 Vanous |1 Fibrous il Homogencous |1 Teased || Chrysotile I Cellulose 1 Quarz Properties
{2 Grey 7 Black 2 Non-Fibrous 12 Heterogeneous (2 Crushed 2 Amosite 2 Glass 2 Mica :
'3 Tan 8 Siver '3 Other 3 Other 3 Dissolved |3 Anthophyll 3 Min Wool I3 Gypsum
4 White 9 Blue 14 Layers (#) 14 Ashed 4 Tremolite 4 Synthetic 14 Cal Carbonate
5 Red 0 Orange { i 5 Actunolite 5 Other 15 Matnx bl 3
| 6 Croadol 6 Wollastonte 6 Periite } Sepe H
0 None Detected 7 Hur 7 Other 3 Spectty
- ' Fibrous | Non Fibrous  # |1
— 1
Sample Location Appearance | Treatment| % ASBESTOS Type ' % Type | % Lavers
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Atin

Maggie Lin

Ecology & Environmental
11550 New Castle Avenue

EMSL Analytical, Inc.

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Thursday July 24 1997

s

Analyst

& ane Wasllewski

Baton Rouge LA 70816 Ref Number IN97558
| POLARIZED LIGHT MICROSCOPY (PLM) |
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS262G03R Brown Crushed < 1% Chrysotile | 80% Quartz
Non Fibrous 20% Other
‘ Homogeneous
—_ . _ |- . 3
WBS407G01 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous ‘ |
WBS1129G01 Brown lwc‘rushed 2% 6hrysot|le ) 80% Quartz |
Non Fibrous < 1% Crocidolte 18% Other
Homogeneous ]
wBS1129G02 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
wBS1051G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
| - ul e _ [ — _
WBS1051G02 Brown ﬁu#}ashed None Detected ' o 80% Quartz
Non Fibrous 1 20% Other
Homogeneous .
| PR N - S e — . P o I - - _ 1

Comments For all abviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced In full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at teast one signature to be vahd

Laboratory ts not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i ca l s I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Maggle Lin

Ecology & Environmental Thursday July 24 1997
11550 New Castle Avenue
Baton Rouge LA 70814 Ref Number IN97558

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS577G01 |B—r6wn; Crushed ' < 1% Chrysotile ‘ - 80% Quartz k
Non Fibrous ’ < 1% Crocidolite 1 20% Other
Homogeneous

WBS577G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous |‘

_ _ B ~ - J

WBS413G01 Brown Crushed 1<% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS413G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

L - J— —_ ~

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

z 7794

- Jéne Wasilewski Approved
Analyst Signatory

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tites and wipes should be tested with either SEM or TEM The above test report relates only to the items tested Ttus report 2
may only be reproduced in full with wnitten approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples

alysis performed by EMSL of Inchanapolis (NVLAP Air and Bulk #200188-0)




PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/23/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/24/97 900 AM
Baton Rouge LA 70816 —
’ Special Handling Billing Number
Fax (504)363 4732 .
IN97558
Project 020601 RAG1 WESTBANK ASBESTOS |
[ Appearance | Treatment Asbestos Results Fibrous Non Fibrous ) Optical
[1 Brown 6 Vanous (1 Fibrous | Homogeneous |1 Teased |1 Chrysoule 1 Cellulose Tt Quarz Properties
12 Grey 7 Black |2 Non-Fibrous 2 Heterogeneous |2 Crushed 12 Amosite 2 Glass 12 Mica -
3 Tan 8 Silver {3 Other 3 Other {3 Dissolved 3 Anthophyllite 3 Min Wool 3 Gypsum
4 Whate 9 Blue 4 Layers (#) 4 Ashed 4 Tremolrte 4 Synthetic 4 Cal Carbonate
$ Red 0 Orange 5 Actinolite 5 Other 5 Matnx ' w M \ s
I6 Croaidol 6 Wollastonite 6 Perlite 2 Srge 2
0 None Detected 7 Har |7 Other 3 Specly
Fibrous Non Fibrous # ;f; : ;t& -l;i
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/23/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/24/97 900 AM
Baton Rouge LA 70816 '
| Special Handling Biling Number
Fax (504) 363 -4732 !
' IN97558
Project 020601 RAG1 WESTBANK ASBESTOS
, Appearance | Treatment | Asbestos Results [ Fibrous Non Fibrous ' Optical
[t Brown 6 Vanous |1 Fibrous [I Homogencous |1 Teased |l Chrysole I Cellulose 1 Quanz | Properties
2 Grey 7 Black 2 Non-Fibrous 12 Heterogeneous {2 Crushed 2 Amosite 2 Glass j2 Mica EEEE— n
3 Tan 8 Silver 3 Other 13 Other 3 Dissolved {3 Anthophyll 3 Min Wool '3 Gypsum |
4 White 9 Blue 4 Layers (#) ‘4 Ashed |4 Tremolite 4 Synthetic 4 Cal Carbonate
S Red 0 Orange IS Actnolite 5 Other S Matnx M s
. JE 16 Crocidot 6 Wollastonte 6 Perlite ;m ;_
|0 None Detected 7 Har 7 Other 3 Spealy
Fibrous Non Fibrous # ;5'.- v l;?; ;NE-
Sample ' Location | Appearance | Treatment| % ASBESTOS Type | % iType | % Lavers R ) o
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ NO PROJECT NAME
pWeri RAgl | Voo tbanle Ashestos NO
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{
/*L"'"[ ( ' M}Mﬁnﬂ&m"‘%&___ CON X“‘ REMARKS
a ‘g(o TAINERS
2 TION
STA NO l})_Acl'L"E TIME 8 s STATI LOCATION Q“? é’/i// Ei
PEal v X MRV (- 00A#0
w?éll'l]q ‘L [Dlé X , X L a)l(“\?/
Wi | 1 |30 [X L o] [ » 1543
POy X N I (g - 002>}
L i X LR (o~ 00BHL
e | 0 K K (00L580 -
Sl |lolS | < IR 002%1 | A
el ] les X N - 002583 | |
I R 2 R EEN L-0025%2 | ]
\ VSTl | o | || X e -002580 "PAUHL |
U =
V2V las (X LX) b-0025%] ZOUCUMATE |3
] ] Y }
o, |
—\}-—
Relinquished by (S:ignature) Date / Time | Received by (Signature) Relinquished by (Signature) Date / Time | Received by (Signature} B
4 7/2777
Moses fan 1T (w00 M
Rehnglshed by (Signature) Date / Time Ré:elved by (S:yﬂgture) ' Reiur:;]u-shed by (Signature) Date / Tume Receiwved by (Signature}
Relinquished by (Signature) Date / Time |Received for Laborat;ry by Date /Time Remarks
{Signature)
Shipped by &((LR& Arrbill Number 755‘] A 1@3do
o Distnibution White Accompanies Shipment Pink to Conrd‘yﬁru‘;m;lriei:jzl;
EPA 7500-53 Green to Report Yellow Returns with Warrant 6' 0 8 8 ] 4

(11/96)



6330 East 75th Street, Suite 152

E M S L A na lyt i cd l s I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Aftn  Maggie Lin

Ecology & Environmental Fnday July 25 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97601

0K » Fer PAv AT

POLARIZED LIGHT MICROSCOPY (PLM) |
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS228G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS228G02 Brown Crushed <1% Chryson; e T 80% Quartz
Non Fibrous 20% Other
Homogeneous
}
WBS143G01 Brown lCrushed E < 1% Chrysotile | 80% Quartz
Non Fibrous < 1% Crocidoiite 20% Other
Homogeneous .
! B |_ .
wBS1024G01 Brown Crushed None Detected 40% Quartz
Non Fibrous 60% Other
| Homogeneous
L
WBS1024G02 Brown Crushed None Detected 40% Quartz
Non Fibrous 60% Other
Homogeneous
WBS126G01 Brown Crushed < 1% Chrysotile T  80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
L _ i o _

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

' -
L7Jone Wasilewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with wnitten approval by EMSL The above test must not be used by the chient to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vaiid

Laboratory 1s not responsible for the accuracy of resuits when requested 1o physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)




6330 East 75th Street, Suite 152
Indwanapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

EMSL Analytical, Inc.

Attn Maggie Lin
Ecology & Environmental
11550 New Castle Avenue

Friday July 25 1997

Baton Rouge LA 70816 Ref Number IN97601
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 - WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS432G01 Brown Crushed < 1% Chrysotile I 80% Quartz |
Non Fibrous ‘ 20% Other '
Homogeneous
1 - L
WBS432G02 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS406G01 Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homogeneous
I . - - _ . J
WBS406G02 Brown Crushed 2% Chrysotile - ~ 80% Quartz
Non Fibrous < 1% Crocidolite 18% Other
Homeogeneous
| ; _
WBS1368G01 |Brown Crushed | 2%Chrysotle | T 80%Quatz |
Non Fibrous < 1% Crocidolite } 18% Other |
|
Homogeneous
| 1
WBS980G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

$ Ao

gorqoref PhI“IDS

Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contamn asbestos Thus negative PLM results cannot

be guaranteed Floor tles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signaturs to be vaiid

Laboratory I1s not responsibie for the accuracy of resuits when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i cad l s I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn  Maggie Lin

Ecology & Environmental Fnday July 25 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97601

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 - WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS980G02 Brown Crushed < 1% Chrysotile ’ 80% Quartz
Non Fibrous < 1% Crocidolte 20% Other
Homogeneous | | ;
e |
WBS980G03 Brown Crushed | <1%Chrysotle 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS980G04 Brown Crushed 2% Chrysotile 80% Quartz
\ Non Fibrous < 1% Crocidolite 18% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
IAlso # of Layers refers to number of separable subsamples

[* NY samples also analyzed by ELAP 198 1 Method

Vst 5 Phutlo ALY A

Margaret Phillios Approved
Analyst Signatory

Disclaymers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vald

Laboratory 1s not responsible for the accuracy of results when requested to physicaliy separate and analyze layered samples

Analysis performed by EMSL of Indianapohs (NVLAP Air and Bulk #200188 0)




PLM Analysis Worksheet {

Chent Ecology & Environmental Logged 7/24/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/25/97 900 AM
Baton Rouge LA 70816 —
| Special Handling Biling Number
Fax (504) 363 -4732
i IN97601
|
Project 020601 RAG1 WESTBANK ASBESTOS ! B
_ - — T
| Appearance Treatment | Asbestos Resuits Fibrous Non Fibrous Optical
1 Brown 6 Vanous I Fibrous __I Homogeneous {1 Teased 11 Chrysoule 1 Cellulose } Quan‘z*‘; - Propertles
2 Grey 7 Black 2 Non Fibrous 7 Heterogeneous 2 Crushed |12 Amosite 2 Glass 2 Mica
13 Tan 8 Silver 3 Other 3 Other 13 Dissolved 3 Anthophyllite 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 14 Ashed 14 Tremolite 4 Synthetic 4 Cal Carbonate
[5 Red 0 Orange S Actinolite S Other S Matnx W s
! 6 Crocidol! 6 Wollastonite 6 Perhite 2 s 3
0 None Detected 7 Har 7 Other 15 sty
" Fibrous Non Fibrous # ;;E- 'lf: llr--i-
T 9 [ o Layers LT
| Sample | Location Appearance | Treatment | % ASBESTOS ‘ Type %  Type % _
| |
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Analyst / /{ Zéj// /7 7Computer Date -
EM%WC&I Inc 6330 E 75th St Suite 152 Indianapolis IN 46250




PLM Anal&Sné VTo}ksheet

Client Ecology & Environmental Logged 7/24/97 TAT 1Day g_
Address 11550 New Castle Avenue Date/Time Due 7/25/97 9 00 AM
Baton Rouge LA 70816 —_—— =
Special Handling Billing Number
Fax (504) 363 -4732
IN97601
Project 020601 RAG1 WESTBANK ASBESTOS ! -
Appearance B LTreatmenﬂ Asbestos Resuits Fibrous Non-Fibrous Opticai
[ Brown 6 Vanous | Fbrous 1§ Homogemeous |1 Teased 1 Chrysote  Celhulose 1 Quanz Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amoste 2 Glass 2 Mica ;
3 Tan 8 Silver 3 Other 3 Other 3 Dissoived 3 Anthophyllite 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) ]4 Ashed 4 Tremoltte 4 Syntheuc 4 Cal Carsbonate
IS Red 0 Orange ! S Actmolte S Other $ Matnx [ ]
i i ) 6 Croadobt 6 Wollsstomte '6 Perlite -l H
0 Nooe Detected 7 Har 7 Other 13 Swecty
.~ Fibrous Non-Fibrous # ;:’: ;t;:-‘ ;i
. Sample “ Location Appearance ' Treatment % ASBESTOS Type ' % Type o laves indll e
ST Vs
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Z ll 02 I t -7 ao M $
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Date

Analyst %M‘:QA&M,@ Date 7T/ 2 5;/ 77 Computer

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapoiis IN 46250

~



OFHICIAL
CHAIN OF CUSTODY RECORD

fg/ofz

PROJ NO PROJECT NAME
02001 RAGI W st Bank Asheshos NO
SAMPLERS (Signature) \ oF de
Beene Pefolmal fﬂcﬂt 8‘«\ con & REMARKS
o TAINERS \&‘7
STA NO | DATE | TIME § £
1-23-977 35|/ 1t | (-003693
W8S en1-23-q11%3§*\/ 1 ‘/m L-003eqy
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westl | 116og v b-003(,8
e V]t L L (c-003 LR 2
Relinquished by (Signature) Date / Time | Receiyed by (Signature) Relinquished by (Signature) Date / Time |Received by (Signature)
/49 7‘1%;""// 7337971715 %47/2}//47
Relinquished by (Signature) Date / Time )Received by _!fsfgnarw:)/} Relinquished by (Signaturel Date / Time |Received by (Signature)
Rehinquished by (Signature) Date / Time | Received for Laboratory by Date / Time Remarks

{Signature)

Shipped by FeJCl E % Awbill Number 3 ¢ 3 15 0362
Distribution White Accompanies Shipment Pink to Coordinator Field Files
EPA 7500-53 Green to Report Yellow Raturns with Warrant
(11/9R)

6- 08875



Ut bl I‘39 J'o“l’\ ?(

CHAIN OF CUSTODY RECORD

PROJ NO PROJECT NAME
AgogI RAGY h/estbanle Asbestos NO
SAMPLERS (Signature) oF
/%97dz”*k}£1dwi con REMARKS
;‘;J ) TAINERS
s | «
STA NO DATE | TIME o o STATION LOCATION
S|o ¥ EPA_THG
wg s §o
SdzmrEnvm IS ¢-003675
. {—
L
Relinquished by (Signature) Date / Time | Receivedy by / (Signature) / Relinquished by (Ssgnature) Date / Time | Received by (Signature)
i
Sy 7o, §, 2597 | 1719 Z 77
Relinquished by (Signature} Date / Time |Received by' (Slynaru’/el Rehinquished by (Signature) Date / Time | Received by (Signature}
Relinquished by (Signature) Date /Time | Received for Laboratory by Date /Time Remarks
{Signature) l
Shipped by Ffb‘,} Ex Arrbilt Number 3T037750362
Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant
EPA 7500-53 - —~ =
6- 148875

« (11/96)
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EMSL Analytical, Inc.

Attn  Maggie Lin

Ecology & Environmental
11550 New Castle Avenue
Baton Rouge LA 70816

6330 East 75th Street, Suite 152

Indianapolis, Indiana 46250

Phone (317) 570-5892  Fax (317) 570-5894

Monday July 28 1997

Ref Number

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

IN97612
Ok © Ffon Pa ,nen)

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS124G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS124G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS1023G01 Brown Crushed < 1% Chrysotile - 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS1023G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS816G01 Brown  |Crushed |  2%GChrysotle | 8% Quatz
Non Fibrous 18% Other
Homogeneous

WBS816G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately

Also '# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approvat by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of indianapolis {(NVLAP Air and Bulk #200188-0)

Approved
Signatory




EMSL Analytical, Inc.

SAMPLE
WBS1030G01

WBS414G01

WBS414G02

WBS398G01

WBS578G01

WBS801G01

Altn  Maggie Lin

Ecology & Environmental
11550 New Castle Avenue
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indwanapolss, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Monday July 28 1997

Ref Number [IN97612

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

LOCATION APPEARANCE

SAMPLE ASBESTOS NONASBESTOS

TREATMENT % TYPE % FIBROUS

% NONFIBROUS

Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
e — _ -
_ﬁCrushed - < 1°~/o Chrysotile B 80% al;r{z_“ B
Non Fibrous < 1% Crocidohte 20% Other
Homogeneous
Brown Crushed < 1% Crocidolite 80% Quartz \
Non Fibrous 20% Other
Homogeneous
Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
o Crushed < 1%—Chrysotlle S B éO% Quartz
Non Fibrous 20% Other i
Homogeneous
Crushed < 1% Chrysotile 80% Quartz 1
Non Fibrous 20% Other |
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also ‘# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

lgputs Pl

argaret Phillips

Analyst

7,

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested Thus report
may only be reproduced 1n full with written approval by EMSL The above test must not be used by the client to clarm product endorsement by
NVLAP nor any agency of the United States Government All NVLAP repons with NVLAP logo must contain at least one signature to be valid
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Arr and Bulk #200188-0)




6330 East 75th Street, Suite 152

E M S L A na lyt i ca l , I nc. Indanapolis, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn  Maggie Lin

Ecology & Environmental Monday July 28 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number [IN97612

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS374G01 Brown Crushed < 1% Chrysotile 80% Quartz |
Non Fibrous 20% Other ;
Homogeneous ;
- _ _ . _ _ -
WBS374G02 Brown Crushed " <1%Chrysotle |  80%Quarz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘'# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

”7 %crqore{(Phllhos Approved

Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor iles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze !ayered samples

Analysis performed by EMSL of Indianapolis {NVLAP Air and Bulk #200188 0)




OFFICIAL
CHAIN OF CUSTODY RECORD

Distribution White Accompanies Shipment Pink to Conrdinator Field Files
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/25/97 TAT 1 Day /
Address 11550 New Castle Avenue Date/Time Due 7/28/97 900 AM
Baton Rouge LA 70816 l
Special Handling Biling Number
Fax (504) 363 - 4732
INS7612
Project 020601 RAG1 WESTBANK ASBESTOS I
[ Appearance !Treatment Asbestos Results | Fibrous Non Fibrous - 6pt€al~~“
"1 Brown 6 Vanous ' Fibrous | Homogeneous |1 Teased 1 Chrysoule I Cellulose 1 Quartz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous ‘2 Crushed 2 Amosite 2 Glass 2 Mica :
3 Tan 8 Silver 3 Other 3 Other 3 Dissoived 3 Anthophyihite 3 Min Wool IJ Gypsum '
4 Whte 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
$ Red 0 Orange 5 Acunolite 5 Other 5 Matnx wa , s
6 Ci 6 Wollastomte |6 Perlite 1 s“::n
. 0 None Detected 7 Harr 7 Other 3 Spealy .
Fibrous Non Fibrous # ;v'a u\;; ;;:_Em
| Sample | Location Appearance | Treatment % ASBESTOS Type . % Type % Lavers e o
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_Zz L G-« T o A Y &
WwhsHid 6ol - / B I T til (

Analyst’”h%% Date

Date

7’/25/ 9] Computer

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/25/97 TAT 1 Day 2
Address 11550 New Castie Avenue Date/Time Due  7/28/97 900 AM
Baton Rouge LA 70816 —
Special Handling Billing Number
Fax (504) 363 4732 i
| IN97612
Project 020601 RAG1 WESTBANK ASBESTOS
Appearance Treatment | Asbestos Resuits | Fibrous Non Fibrous Optical
{1 Brown 6 Vanous I Fibrous i1 Homogeneous |1 Teased 1 Chrysotle 1 Cellulose 1 Quanz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica — ] ;
'3 Tan 8 Silver 3 Other ;3 Other 13 Dissolved |3 Anthophyllite 3 Min Wool 13 Gypsum
14 White 9 Blue 14 Layers (#) 14 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange | | 5 Acunolite 5 Other Is Matnx 'va“ . s
6 Croadol 6 Wollastonite 16 Perlite 1 Smag 2
0 None Detected 7 Har 7 Other 3 Specify
Fibrous Non Fibrous # ;\'- ';\‘Z'Z i?;":'i.‘
‘ Sample I Location Appearance Treatment! % ASBESTOS Type % Type %  Lavers Ho )
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Analyst Wﬁ.@%@“ Date 7/ pel's / 77 Computer Date

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250




EMSL Analytical, Inc.

SAMPLE
WBS739G01

WBS739G02

[WBS739G03

WBS739G04

WBS739G05

WBS739G06

Altn  Maggre Lin
Ecology & Environmental
11550 New Castle Avenue

6330 East 75th Street, Suite 152
Indwanapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Tuesday July 29 1997

Baton Rouge LA 70816 Ref Number [IN97620
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown Crushed None Detected 40% Quartz
Non Fibrous 60% Other
Homogeneous
Brown Crushed < 1% Chrysotile o 40% Quartz
Non Fibrous 60% Other
Homogeneous
Brown Crushed < 1% Chrysotlle 70% Quartz
Non Fibrous i 30% Other
Homogeneous |
|
Brown Crushed 2% Chrysotile ; 80% Quartz R
Non Fibrous 18% Other
Homogeneous
Brown Crushed 2% Chrysotile 80% Quartz B
Non Fibrous 18% Other
Homogeneous _l
Brown Crushed 2% Chrysotile 80% Quartz
Non Fibrous 18% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

=

4

Jane Waslewski
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos (n a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report reiates only to the items tested This report 1
may only be reproduced In full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




6330 East 75th Street, Suite 152

EM,SL A nalytical y Inc.  maanapons, inaiana 46250

Phone (317) 570-5892  Fax (317) 570-5894
Aftn  Maggie Lin

Ecology & Environmental Tuesday July 29 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97620

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS739G07 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous | 20% Other
! Homogeneous ‘
o el L R
WBS739G08 Brown Crushed <1% ChrySOtIF— 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS412G01 Brown Crushed None Detected 1 80% Quartz
Non Fibrous ‘ 20% Other
Homogeneous
| S o
WBS412G02 Brown  [crushed None Detected 80% Quatz
Non Fibrous 20% Other
Homogeneous
WBS520G04 Brown Crushed —‘r <1% Eh_r;éo;llg |-_ o o 80% Quartz
Non Fibrous < 1% Crocidolte 20% Other
Homogeneous } ‘
J
WBS1116G04 Brown Crushed < 1% Chrysotile 80% Quartz !
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

7
/ //3—-——/
%ne Wasllewski Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Arr and Bulk #200188-0)




6330 East 75th Street, Suitte 152

EMSL A nalytical y Inc.  imdanapots, induna 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn - Maggie Lin

Ecology & Environmental Tuesday July 29 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97620

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1116G05 Brown Crushed < 1% Chrysotile L 80% Quartz
Non Fibrous < 1% Crocidolite ] 20% Other
Homogeneous } k
wWBS595G01

Brown Crushed None Detected ) 80% Quartz
Non Fibrous 20% Other
Homogeneous J

Brown _Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS595G02

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

/
LS

ne Wasllewski Approved Q
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with wnitten approval by EMSL The above test must not be used by the chent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vaiid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of indianapolis {(NVLAP Air and Bulk #200188-0)
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PLM Analysis Worksheet

Clhient Ecology & Environmental Logged 7/28/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/29/97 9 00 AM
Baton Rouge LA 70816 :
Special Handling Billing Number
Fax (504) 363 -4732 ‘
: IN97620
Project 020601 RAG1 WESTBANK ASBESTOS ) _
Appearance ; Treatment | Asbestos Results | Fibrous Non Fibrous ) ¥7Opt1cal_ o
;| Brown 6 Vanous i1 Fibrous {1 Homogeneous |t Teased 1 Chrysoule I Cellulose 1 Quarntz I Properties
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous {2 Crushed 2 Amosite 2 Glass 2 Mica T
3 Tan 8 Siver 3 Other {3 Other 3 Dissolved |3 Anthophyllite 3 Mm Wool 3 Gypsum !
14 White 9 Blue 14 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange i 5 Actnolite S Other 5 Matnx e s
6 Crocidol 6 Wollastonite 6 Periite 2 ‘.,..",. !
0 None Detected 7 Har 7 Other 3 Speu fo [
o Fibrous Non Fibrous # ;v'e- \?r; n -“_-:e:“
Sample Location Appearance Treatment % ASBESTOS Type % Type % Lavers o 2o
! | | '3_ | I
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PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/28/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/29/97 900 AM
Baton Rouge LA 70816 — _— e ——_—_——
’ Spectal Handling Billng Number
Fax (504) 363 4732 \
IN97620
Project 020601 RAG1 WESTBANK ASBESTOS 1
Appearance [Treatment| Asbestos Results |  Fibrous  Non Fibrous Optical
1 Brown 6 Vanous (1 Fibrous I1 Homogeneous |1 Teased 1 Chrysotile I Cellulose | Quartz Properties
2 Grey 7 Black |2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica — r— ——
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved 3 Anthophylhite 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 14 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate _ o
5 Red 0 Orange S Actinolite S Other 5 Matnx Tww .8
L 6 Crocidols 6 Wollastorte 6 Perhite 1 Sumg 1
0 None Detected 7 Har 17 Other 3 Specfv
Fibrous i Non Fibrous # ;f- leén ;r-r-ni
i Sample | Location Appearance | Treatment % ASBESTOS Type | % Type | % Lavers Sl ) Obken
‘ | ] ' T ;
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6330 East 75th Street, Suite 152

E M S L A na lyt i cd l, I nc. Indianapolis, Indiana 46250

Phone (317) 570-5892  Fax (317) 570-5894

Attn  Deena DePalma

Ecology & Environmental Wednesday July 30 1997
11550 New Castle Avenue

Bafton Rouge LA 70816 Ref Number IN97633

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS298G06 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous

WBS1015G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS1015G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS584G01 Brown Crushed "< 1% Chrysotile ) 80% Quartz
Non Fibrous < 1% Crocidohte 20% Other
Homogeneous

|

WBS584G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

WBS354G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

{ —_ -

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Mne Wasllewski Approved

Analyst Signatory

Disclaimers PLM has been known 1o miss asbestos in a smaill percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapalis (NVLAP Air and Bulk #200188-0)
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EMSL Analytical, Inc.

Attn  Deena DePalma
Ecology & Environmental
11550 New Castle Avenue

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Wednesday July 30 1997

Baton Rouge LA 70816 Ref Number [N97633
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS354G02 Brown Crushed < 1% Chrysotile . - 80% Quartz
Non Fibrous 20% Other
Homogeneous !
WBS354G03 Brown Crushed < 1% Chrysotile o 80% Quartz o
Non Fibrous 20% Other
Homogeneous | |
|
WBS354G04 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS355G01 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS355G02 Brown Crushed None Detected 80% Quartz |
Non Fibrous 20% Other \
; Homogeneous
L . N o - _ -
WBS355G03 Brown " |Crushed . None Detected B 80% Quartz
Non Fibrous 20% Other
Homogeneous
|

Comments For all obviously heterogeneous samples easily separated into subsamples

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

e
“—Jane Waslewsk
Analyst

Approved

Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with wnitten approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and 7nalyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

and for layered samples each component is analyzed separately




EMSL Analytical, Inc.

Attn  Deena DePalma
Ecology & Environmental

11550 New Castle Avenue

6330 East 75th Street, Suite 152
Indwanapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Wednesday July 30 1997

Baton Rouge LA 70816 Ref Number IN97633
| POLARIZED LIGHT MICROSCOPY (PLM) T
’ Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS401G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidohte 20% Other
Homogeneous
WBS401G02 Brown Crushed < 1% Chrysotile | 80% Quartz |
Non Fibrous < 1% Crocidoltte 20% Other
| Homogeneous ] ;
WBS843G01 Brown Crushed < 1% Chrysotile 80% Quartz '
Non Fibrous < 1% Crocidolite 20% Other |
Homogeneous i
[ _ | .
WBS364G01 Brown Crushed None Detected o 80% Quartz '
|
Non Fibrous 20% Other
Homogeneous
|
WBS364G02 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous )
WBS364G03 Brown Crushed None Detected 80% Quartz !
Non Fibrous 20% Other 1
Homogeneous 1‘
i

Comments For all obviously heterogeneous samples easily separated into subsamples

Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

pr

Pl
%e Wasllewski

Analyst

Pl

and for layered samples each component is analyzed separately

{

Approved &
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government At NVLAP reports with NVLAP logo must contain at least one signature to be vahid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)




SAMPLE
WBS364G04

6330 East 75th Street, Suite 152

EMSL Anal ytlcal ) Inc.  imdunapots, indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894

Attn  Deena DePalma

Ecology & Environmental Wednesday July 30 1997

11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601 RAG1 WESTBANK ASBESTOS

IN97633

NONASBESTOS
FIBROUS % NONFIBROUS

SAMPLE ASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE %
Brown Crushedhi_ < 1;/0 Cgr;szt—lle -
Non Fibrous
Homogeneous

- !

80% Quartz
20% Other !

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately
Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Z

Jane Wasilewski
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 4
may only be reproduced In full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

<

Approved
Signatory
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PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/29/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/30/97 945 AM
Baton Rouge LA 70816 r
Special Handling Biling Number
Fax (504)363-4732 !
IN97633
Project 020601 RAG1 WESTBANK ASBESTOS |
Appearance | Treatment | Asbestos Results | Fibrous Non Fibrous Optical
‘\l Brown 6 Vanous il Fibrous 1 Homogeneous |1 Teased 11 Chrysoule 1 Cellulose 1 Quanz Properties
|2 Grey 7 Black {2 Non Fibrous 2 Heterogeneous {2 Crushed 2 Amosite 2 Glass 2 Mica i =
%3 Tan 8 Silver '3 Other 13 Other 3 Dissolved 3 Anthophyllite 3 Min Wool 3 Gypsum
{4 White 9 Blue ! |4 Layers (#) |4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
[5 Red 0 Orange | } P /5 Actinolite S Other |5 Matnx W . °
L 16 Croadol 6 Wolilastonite :6 Periite 2 Stmght bR
'0 None Detected 7 Har |7 Other 12 Spociy
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EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/29/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/30/97 945 AM
Baton Rouge LA 70816 —_—
Special Handling Bithng Number
Fax (504) 363 4732
IN97633
Project 020601 RAG1 WESTBANK ASBESTOS
Appearance ' Treatment | Asbestos Results Fibrous Non Fibrous Optical
i 1 Brown 6 Vanous {1 Fibrous { Homogeneous 'i Teased | Chrysotle U Cellulose 1 Quarz Propemes
2 7 Black 2 Non-Fibrous 2 Heterogencous 2 Crushed 2 Amosite 2 Glass 2 Mica - -
3 Tan 8 Siver 31 Other 3 Other 30 tved 3 Anthophyll J Min Wool 3 Gypsum
4 White 9 Blue I4 Layers (#) 4 Ashed 4 Tremolite : ‘S)ly::euc ; ;34:1 mf;“arbomte . -
]5 Red 0 Ooge ! : (A:mm‘m‘.e 6 Wollastomte 6 Peritte '1;:.;. ,'_
0 None Detected 7 Har |7 Other 3 Speaty
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PLM Analysis Worksheet

Chent Ecology & Environmental Logged 7/29/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due  7/30/97 945 AM
Baton Rouge LA 70816 ‘
) Special Handling Billing Number
Fax (504) 363 4732 %
i IN97633
Project 020601 RAG1 WESTBANK ASBESTOS i
Appearance rTreatmentL Asbestos Results F |bEOUS " Non Fibrous B O;tE:aI.
| Brown 6 Vanous [1 Fibrous | Homogeneous |1 Teased \1 Chrysotile I Cellulose 11 Quartz Properties
2 Grey 7 Black 2 Non Fibrous 12 Heterogeneous '2 Crushed 2 Amosite 2 Glass 12 Mica . ;
3 Tan 8 Siver 13 Other 3 Other 3 Dissolved 3 Anthophyllte 3 Min Wool 13 Gypsum )
4 White 9 Blue I 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic |4 Cal Carbonate
5 Red 0 Orange ! /5 Actnolite S Other 5 Matnx I s
! I 16 Croadoll 6 Wollastonite 16 Perlite 2 S B
10 None Detected 7 Har 7 Other 3 Spels
' Fibrous Non Fibrous # E‘L :217-: ' ':'.“.,E,.‘
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. 6330 East 75th Street, Suite 152
EMSL Analytical, Inc.  irawnapois indana 45250
’ Phone (317) 570-5892  Fax (317) 570-5894
Attn  Gregory R Day
Ecology & Environmental Thursday July 31 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97642
F’OLARIZED LIGHT MICROSCOPY (PLM)
i Performed by EPA 600/R-93/116 Method*
Project 020601 RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS703G01 Brown Crushed None Detected ' 80% Quartz
Non Fibrous 20% Other
Homogeneous ‘
WBS1055G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
'WBS1055G02 | Brown  |Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous f
t
WBS616G01 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
WBS616G02 Brown Crushed None Detected 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS596G01 Brown Crushed < 1% Chrysotile 1 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
! Homogeneous ' |
| |
Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately
Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method
argaret Phillips Approved
Analyst Signatory
Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Fioor tites and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis {(NVLAP Air and Bulk #200188 0)
L I A




EMSL Analytical, Inc.

Attn  Gregory R Day
Ecology & Environmental
11550 New Castle Avenue
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Thursday July 31 1997

Ref Number IN97642

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project 020601

RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS596G02 Brown Crushed None Detected ’ 80% Quartz
Non Fibrous 20% Other
Homogeneous ‘
WBS899G01 Brown Crushed 1% Chrysotile 80% Quartz
Non Fibrous 1% Crocidolite 18% Other
Homogeneous
WBS899G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous !
WBS899G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous
|WBS964G01 Brown Crushed <1% Chrysotle a ) 80% Quartz
Non Fibrous 20% Other
Homogeneous
WBS964G02 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately

Also # of Layers refers to number of separable subsamples
NY samples also analyzed by ELAP 198 1 Method

M%MQM,QZ_
argaret Phillips
Analyst

g,

Approved D

Signatory

Disclaimers  PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with wntten approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Arr and Bulk #200188 0)




6330 East 75th Street, Sutte 152

E M S L A na l)/’t i ca l s I nc. Indianapols, Indiana 46250

Phone (317) 570-5892 Fax (317) 570-5894
Attn Gregory R Day

Ecology & Environmental Thursday July 31 1997
11550 New Castle Avenue
Baton Rouge LA 70816 Ref Number IN97642

l POLARIZED LIGHT MICROSCOPY (PLM) .
Performed by EPA 600/R-93/116 Method*

| — - - _—

Project 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS964G03 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous | 20% Other
Homogeneous ‘
| | ‘
WBS964G04 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous 20% Other
Homogeneous
L B o o S
WBS964G05 Brown  |Crushed < 1% Chrysotile 80% Quartz
{Non Fibrous < 1% Crocidolite 20% Other
Homogeneous l
WBS964G06 Brown Crushed < 1% Chrysotile 80% Quartz
Non Fibrous < 1% Crocidolite 20% Other
Homogeneous

1 I |

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Mgt i (
Approved

aradret PhIHIOS
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the chent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responstble for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Indianapohis (NVLAP Air and Bulk #200188-0)




PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/30/97 TAT 1 Day
Address 11550 New Castle Avenue Date/Time Due 7/31/97 930 AM
Baton Rouge LA 70816 f
\ Special Handling Biling Number
Fax (504) 363 - 4732 |
1 IN97642
Project 020601 RAG1 WESTBANK ASBESTOS l ,
Appearance Treatment [ Asbestos Results Fibrous , Non Fibrous Optical
| 1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased I Chrysoule 1 Cellutose 11 Quanz Properties
, 2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass |2 Mica
|3 Tan 8 Silver "3 Other 3 Other 3 Dissolved |3 Anthophytiite 3 Min Wool 3 Gypsum
4 Whte 9 Blue ' 4 Layers (¥) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange 5 Acunolte 5 Other 5 Matnx
! 6 Croadol 6 Wollastomite 6 Perhte
10 None Detected 7 Haw 7 Other
Fibrous : Non Fibrous | #
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| | Lo R o
i M s
L O 1 2o L
885 To360! ) o s
, ! l =< % ! [ so [S'/(S:%I’”S
’ ’ | [ s
’ Z 2 =< l | 7 A o 2 |
| ' P B E
WiAS loss Go [ , 5 % F i)
| NP | 1 _§o o
s, 12 "
Wh51055 6% t P e
! [-=1 % 1_&o .59 s> (71
™ s
2 R K A 1 Qo £ c 2
P B E
Wi501e Gol c- 2 ¢ e |
o No | 80 L
M S
l e "7 OIO “» B E
WBS(s! o Go.L l [
\ \ &
/| [ =<1 9> ! 1 &80 /Sjtssfﬂ
2 | s [
| A do=<lT> ‘ 1 A9 L1
- B
N%ﬂbé‘)l ( P), | | £ Il (
‘ I I
' I ! | NO | } t 1 XO
b
| ! DA 2 | 5 | |71 Ro Lo
! P B
185 5 %@.09- z B R _
i 1
o - 1 T N .Y~ /5"-f l;“’/ﬂr('
ST B P N ¢ S B Y. 8 4_71
WP53949601 ( 2_[ |

Analyst Mﬁ% Date _7T/3l/ 7 Computer

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250

Date



PLM Analysis Worksheet

Client Ecology & Environmental Logged 7/30/97 TAT 1 Day £
Address 11550 New Castle Avenue Date/Time Due 7/31/97 9 30 AM
Baton Rouge LA 70816
Special Handling Biling Number
Fax (504) 363 4732
IN97642
Project 020601 RAG1 WESTBANK ASBESTOS
{ Appearance Treatment ! Asbestos Results | Fibrous | Non Fibrous Optical
11 Brown 6 Vanous 1 Fibrous 1 Homogeneous [1 Teased 1 Chrysoule 1 Cellulose 1 Quartz K Properties
[2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous (2 Crushed 2 Amosite 2 Glass 12 Mica !
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved {3 Anthophyllite 3 Min Wool 3 Gypsum !
| 4 White 9 Blue 4 Layers (#) 4 Ashed 14 Tremolite 4 Synthetc 4 Cal Carbonate |
’5 Red 0 Orange | 15 Acunolite 5 Other |S Matnx W .8
! 6 Wollastonute 6 Perlite 2 Swmght 3
lo None Detected 7 Har [7 Other 3 Sty
f Fibrous Non Fibrous # ;\P- .11.?: ;:ﬁ
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Analyst MMﬂDate 1[3‘/ t] Computer Date -

EMSL Analytical Inc 6330 E 75th St Sunte 152 Indianapolis IN 46250




CHAIN OF gﬁ?'(;(.)ADl-Y RECORD l OF}\
PROJ NO PROJECT NAME /
02%2‘/ Westbank Asbesls NO s
SAMPLERS. (sgnscurer (L f1r s Pullns o &
\)7‘ / :ﬁ o/ Qe D‘e’ﬁ‘ﬁ*“" con QY REMARKS
/ 2|2 TAINERS /V\\x
STA NO 0{3;57 TIME B STATION LOCATION /Q £PA T 5
oo Laa Joate [X | X 002538
M [ 32 |X | |x (602539
Wl 41y 39 | Lt X (002540
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e et |99 M5 | X ! X ©-00R56)
BT 0.2 [4h =y L x| ( -002553
WBSS6 [ 29 | 123 |x v I R E o~ 602554
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WOSUS V [IpH3 ) TREY b - 0036 7Y
Relinquished py (Signature) Date / Time Receav/e by (Signature) Relinqunshed by (Signature) Date / Time |Recewed by (Signature)
4 7/)4/7—; IR /&éﬁ% / Sohil7 G F0 A
R nquushe{by (Signature) Date / Time |Received by (Signature) ' Relinquished by (S:Jnamrel Date / Time | Recewved by {Signature}
Relinquished by (Signature) Date / Time | Recewed for Laboratory by [—_ Date /Time Remarks
(Signature)
Shipped by F@. EX Airbilt Number 5| 97 211 99 q.
Distribution White Accompanies Shipment Pink to Coordinator Field Files
EPA 7500-53 Green to Report Yellow Raturns with Warrant 6- 0 8 9 8 l

{11/9R)
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020 o
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Relinquished by (Signature) Date / Time | Received by (Signature) Relinquished by (Signsture) Date / Time Received by (Signature)
MWM 7129-91t720
Relinquished by (Signature) Date /Time |Received by (Signature) o ReI|nqmshe(;l—va!S/gnawm} Date / Time | Received by (Signature)
Relinquished by (Signature) Date / Time | Recewved for Laboratory by Date /Time Remarks
{Signature} l
Shipped by m - [/ >< Airbiil Number 5{ q 724 | qq Y4
Dns,mbut:on White Accompanies Shipment Pink to Coordinator Field Files
l t t
EPA 7500-53 Green to Report Yellow Returns with Warran 6- O 8 8 8 2
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